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Figure 3-1: (a) Aerial photograph of Mizpah, (b) Diagram of In-situ test and sampling locations. 
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Figure 3-2: Transportation of equipment on the dried out beach of Mizpah. 
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Figure 3-3: (a) Aerial photograph of Pay Dam, (b) Diagram of In-situ test and sampling 
locations. 
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Figure 3-4: Hydro-cannon or monitors used on Pay Dam. 
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Figure 3-5: Site of the upper beach exposed by reclamation on Pay Dam. 
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Figure 3-6: (a) Exposed northern penstock at Pay Dam. 
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Figure 3-12: Pay Dam - Penstock: Full profile from 0 to 5 m in depth. 
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Colour Moisture Consistency Description 
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Dry. gray. very soft. coarse silty TAILINGS. 

~ 

; ; 

Moi st, brown blotched yellow, finn, coarse silty TAILINGS , 

! 
! 

: 

: 
Slightly mOist, gray, stiff. fine sandy TAILINGS. 

: 

Drv. 

: 
; 

Dry, light brown, stiff, coarse silty TAILINGS, 

I Dry, light brown white stain at top, stiff. fine silty TAILINGS . 

Dry, grayish·brown, sliff, coarse silty TAILINGS. 

Dry, grayish-brown, stiff, fine sandy TAILINGS. 

Dry, light brown, stiff. coarse si lty TAILINGS. 

ury, ray With white stain at to sll coarse sIlty TAILING:;. 

: 

Dry, light brown, finn, coarse silty TAILINGS. 

Dry, light brown, stiff, coarse silty TAILINGS, 
: 

Dry, grayish-brown with white stain at top, stiff, coarse si lty TAtLiNGS. 

: Dry, light brown, finn, coarse si lty TAILINGS. 
: : 
: 

: : 

I Slightly mOist, light brown, stiff. si lty TAILIN GS, 

SIIQhtlY mors raYls - rown Inn Ine 51 

1 Slightly moist, grayish-brown, stiff, silty TAILI NGS . 

Slightly moist. light brown becoming darker brown. medium dense, 

fine sandy TAILINGS. 

Figure 3-13: Pay Dam - Penstock: Profile from 0 to 1 m in depth. 
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Slightly mOist, light brown becoming darker brown, medium dense, 

fine sandy TAILINGS. 

Slightly mOist, grayish-brown with white stain at top, stiff, coarse silty 

TAILINGS 

Slightly moist, grayish-brown, stiff, fine sandy TAILINGS. 

I Slightly moist, light brown, stiff, silty TAILINGS. 
Slie 1lfVijjQjst. aravwit oranoeSlain at te :stiff silty 'A'LlNlj~ 

IOoht~ff~TAffINGS. 

Slightly mOist, grayish-brown, firm, fine si lly TAILINGS. 

Slightly moist, light brown with orange stain at top. stiff, coarse silty 

TAILINGS. 

r SiiQhiiYmoist, grayW;ih ora~at top:st;if. silty TAILINGS. 

: 

: Slightly moist, light brown with orange stain at top, medium den se, fine 

sandy TAILINGS. 

Slightly moist, bluish-jJray with orange stain at top and middle, finm, fine 

si lly TAILINGS 
I 

Slightly moist, light brown with orange stain at top, stiff, coarse silty 
TAILINGS. 

~~9In,t!Yl'!~o,s t , ~ldY'>lI-Ulm w,m orange sta,n d' lOp, SIIlT, coarse 'lilY 

Slightly moist, gray with orange sta in at top and middle, finm, fine silly 

TAILINGS. 

: 

Slighlly moist, lighl brown with dark orange slain at lop, medium dense. 

fine sandy TAILINGS. 

: 

: 

Moist, gray with orange stain at top, firm, silty TAtLiNGS. 

Moist, reddish-brown with orange stain at top, firm, silly TAILINGS. 

Moist, bluish-jJray with light orange strain at top, soft, fine silty TAILINGS. 

Moist, gray ( orange i 1 middle, soft, , silty I 

Moist, brown with dark orange stain at top, firm, coarse silty TAILINGS. 

Me orav with or-anoe stain at tm firr . siltv rA 

I MOIs'~~'" firm finp. ~INGS. 

Moist, gray with orange staining, firm, fine silty TAILINGS 

Moist, grayish-brown with orange stain at top, firm, coarse Silty TAILINGS. 

Figure 3-14: Pay Dam - Penstock: Profile from 1 to 2 m in depth. 
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Moisture Consistency Description 

Moist, grayish·brown with orange stain at top, firm, coarse sitty TAILINGS. 

Moist, light brown with gray seam in middle, firm, coarse silty TAILINGS. 

Moist, grayish-brown, firm, silty TAILINGS. 

Slightly moist, light brown, medium dense, fine sandy TA ILINGS. 

Moisl, light brown, firm, coarse silty TAILINGS. 

Very moist, bluishilray with orange and white stain at top, soft, fine silty 

TAILINGS. 

Moist, light brown, firm, coarse silty TAILINGS. 

Very moist, bluishilray, soft, fine silty TAILINGS. 

, I 

Very moist, bluishilray with white stain In middle, soft, fine silty TAILINGS. 

Moist, light brown, firm, coarse silty TAILINGS. 

Figure 3-15: Pay Dam - Penstock: Profile from 2 to 3 m in depth. 
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MOist, light brown, firm, coarse silty TAILINGS. 

Moist, light brown, finn, coarse silty TAILINGS. 

Very moist, bluish-gray, soft, fine silty TAILINGS. 

Moisl, light brown, finn, coarse silty TAILINGS. 

Very moist, bluish-gray, soft, fine silty TAILINGS. 

Moist, light brown with white stain at top and 2/3 down, medium dense, 

fine sandy TAILINGS. 

Moist, grayish-brown, firm, silty TAILINGS. 

Moist, light brown, medium dense, fine sandy TAILINGS. 

Moist, light brown with white stain at lOP . medium dense, fine sandy 

TAILINGS. 

Figure 3-16: Pay Dam - Penstock: Profile from 3 to 4 m in depth. 
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MO ist, tight brown, firm, coarse silty TAILINGS. 

Moist, bluishijray, very soft, fine si lty TAILINGS. 

Very mOist, bluishijray, very soft, fine si lty TAILINGS. 

Moist, light brown, firm, coarse silty TAILINGS. 

Very moist, bluishijray, very soft, fine silty TAILINGS. 

Moist, grayish-brown, firm, coarse si lty TAILINGS. 

Very moist, bluishijray, very soft, fine silty TAILINGS. 

Figure 3-17: Pay Dam - Penstock: Profile from 4 to 5 m in depth. 
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