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We present a comparative density functional study of the adsorption of hydrogen on bilayer graphene. Six
different exchange-correlation functionals are employed to explore the possible configurations of hydrogen ad-
sorption at 50% coverage. Using the four variants of the non-local van der Waals density functional, we identify
three distinct competing configurations that retain the coupled bilayer structure at 0 K. One of the configurations
undergoes a spontaneous transformation from hexagonal to tetrahedral structure, under hydrogenation, with heat
of formation ranging between -0.03 eV (vdW-DF) and -0.37 eV (vdW-DFC09x). This configuration has a finite
band gap of around 3 eV, whereas all other competing configurations are either semi-metallic or metallic. We
also find two unique low-energy competing configurations of decoupled bilayer graphene, and therefore suggest
the possibility of graphene exfoliation by hydrogen intercalation.

PACS numbers: 71.15.Nc, 71.20.-b, 73.20.Hb, 73.22.Pr

I. INTRODUCTION

Graphene, a free-standing single-atom thick layer of
graphite, was first isolated in 2004.1 The first production
of graphene involved the ex-foliation and cleavage methods.
These involve the peeling of single-atom thick layers from
bulk highly-oriented pyrolytic graphite (HOPG).1 Graphene
has remarkable properties, such as the anomalous quantum
Hall effect, high carrier mobility and ballistic transport up to
room temperatures.2–6 These properties suggest that graphene
can be a reliable candidate for applications in nanotechnology
and microelectronic devices.7 The local network structure of
graphene, just as in graphite, consists of sp2-hybridized car-
bon bonds. In the plane of the hexagonal lattice, each carbon
atom is bonded to three nearest neighbors by strong σ-bonds.8

In addition, there is a weak π-bond localized on each carbon
atom. The resulting band structure shows the π-bands near
the Fermi level.3,8 These arise from orbitals located near the
K and K′ points on opposite corners of the Brillouin zone.
The electronic signatures of the π-bands are uniquely charac-
terized by a Dirac-like dispersion at the Γ-point. These form
linear dispersions, at the K-point. Since the valence and con-
duction bands meet at the K-point, graphene exhibits a zero
band gap.3,8 The resulting semi-metallic behavior therefore
limits the range of applicability of graphene monolayers in
nanotechnological and microelectronic applications.

As a result, concerted efforts have been directed to-
wards tuning the band gap in graphene monolayers both
experimentally9–15 and theoretically.16–24 There are various
ways in which the graphene structure has been explored.
These include producing nanoribbons,25–27 rotating the car-
bon atoms at specific angles to form Stone-Wales-type
defects,18,21,28–32 and adsorbing different impurities on the
monolayer.9–24 The latter has been regarded as the most
promising method because the adsorption of hydrogen mod-
ifies the local structure significantly. At 100 % hydrogen-
coverage, the local structure is completely transformed from
sp2 to sp3 hybridized carbon bonds.14,15,24 Adsorption of hy-
drogen atoms on graphene was first studied experimentally
by Elias et al.15 and theoretically by Sofo et al.24 The band

gap was found to be 3.5 eV in both cases. However, more re-
cent studies16–23 have focused on the energetics, and structural
stability of the graphene monolayer using density functional
theory (DFT).

Bilayer graphene is a stacked double layer of graphene,
which is weakly bound by van der Waals forces. It possesses
interesting electronic properties, which are slightly different
from those of single layer graphene. In bilayer graphene, elec-
trons behave as massive chiral fermions,33,34 whereas they be-
have as massless Dirac fermions in single layer graphene.6

This results in ballistic electron transport seen in the graphene
monolayer. The linear dispersion around the K-point in a
graphene monolayer becomes parabolic in bilayer graphene.33

However, the valence and conduction bands also meet at the
K-point of the Brillouin zone. This arrangement of bands in-
dicate that bilayer graphene is also semi-metallic.33,34 Exper-
imentally, the first attempt to open the band gap in bilayer
graphene was successfully achieved by the application of a
strong electric field perpendicular to the graphene planes.35

In addition, this has been achieved by chemical modifica-
tion of the local structure,15,19,22,34,36–39 and by the applica-
tion of uniaxial strain on the structure.40,41 Just as in single
layer graphene, the hydrogen adatoms were considered to be
the preferred candidates to facilitate the transformation of the
structure from a semimetal to an insulator.

Luo et al.36 reported that the hydrogenation of a few single
layers of graphene is less feasible than those of bilayer and
trilayer graphene. They also showed experimentally that the
hydrogenation and dehydrogenation of graphene depends on
the number of monolayers. They found that, depending on
the plasma power, the hydrogen coverage can be manipulated
up to the saturation level of 100 % H-coverage. Furthermore,
Subrahmanyam et al.37 demonstrated the possible use of few
layer graphene in hydrogen storage. They showed that few
layer graphene can contain up to 5 wt% of hydrogen, which is
more than the 3 wt% stored in carbon nanotubes. Their spec-
troscopic measurements on hydrogenated bilayer graphene
showed that the local structure contains some sp3-hybridized
carbon bonds. They also observed that hydrogen decomposes
when the structure is heated up to 500 ◦C. Jaiswal et al.38
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investigated the electronic properties of graphene sheets at
different degrees of hydrogenation using Raman and charge
transport spectroscopies. They showed that partially hydro-
genated mono- and bi-layer graphene has weak insulating be-
havior, and that bilayer graphene is more readily affected by
hydrogen compared to few single layers of graphene, in agree-
ment with the measurements of Luo et al.36

Few single layers of graphene (SLG) contain more than
three bound graphene monolayers. The observation by Elias
et al.,15 that the SLG is far more receptive to hydrogen than
bilayer graphene is in direct contrast to the measurements of
Luo et al.36 Earlier, Boukhvalov et al.19 performed a com-
parative study of hydrogen adsorption on single and bilayer
graphene using DFT. They considered the single hydrogen
and pair of hydrogen adatoms and found that the lattice dis-
tortions were different in single and bilayer structures. They
observed that the distance between any two bonded carbon
atoms in the bilayer is less than the equivalent distance in the
single layer. This is because the interlayer interaction makes
the layers to remain flat. Based on the chemisorption ener-
gies, they concluded that in both structures, the pair of hy-
drogen adatoms stabilizes the structure better than the single
hydrogen adatom.19 This conclusion was also validated using
the activation energies, since the single and pair of hydrogen
adatoms yielded positive and negative activation energies, re-
spectively. They also found that the hydrogenated monolayer
is far more stable than the hydrogenated bilayer graphene.
Later on, Boukhvalov et al.22 argued that the maximum hy-
drogen coverage on bilayer graphene is 25 %, and that this
configuration gives the most stable structure. At 25 % cover-
age, the interlayer distance reduces to 3.25 Å from the 3.35
Å obtained in pristine bilayer graphene. In this configuration,
the band structure showed a wide gap between the conduction
and valence bands.

Leenaerts et al.39 investigated the possibility of 50 % hy-
drogen coverage on bilayer graphene. The interlayer distance
was found to reduce significantly, resulting in the creation
of strong covalent bonds that stabilize the structure. How-
ever this transformation only occurs when the hydrogen is ad-
sorbed on top of an indirect carbon atom (i.e, on top of the
carbon atom that faces the center of the hexagon on the oppo-
site layer). In this configuration, the unhydrogenated carbon
atom faces another unhydrogenated carbon atom on the oppo-
site layer. The resulting structure has a wide band gap. Nev-
ertheless, the formation energy is still higher than that of the
hydrogenated single layer graphene. On this basis, they also
concluded that the hydrogenated single layer is more stable
than the hydrogenated bilayer graphene.

Previous DFT investigations of hydrogen adsorption on
graphene mono-, bi-, and few single layers of graphene have
so far, not included the effects of van der Waals interactions.
Besides, Boukhvalov et al.19 investigated the chemisorption
of a single H atom, and a pair of H atoms on a 32-atom
supercell. These two configurations correspond to hydro-
gen coverage of 3.1% and 6.3%, respectively. In particular,
these two levels of hydrogen coverage are low, and insuffi-
cient to capture the H-induced transformations of the bilayer
graphene structure. Moreover, the more recent investigation

of Leenaerts et al.39 considered a single configuration for hy-
drogen adsorption at 50% coverage. Because previous studies
only focused on hydrogenating the top and bottom external
faces of the graphene bilayer,39 we consider also the hydro-
genation of the interlayer faces.

We present a comparative density functional study of the
structural configurations of hydrogen adsorption on bilayer
graphene. In our work, the number of hydrogen adatoms is
always chosen to be 50 % coverage in each of the configura-
tions. Leenaerts et al.39 suggested this as the maximum pos-
sible H-coverage on bilayer graphene. This has motivated us
to systematically investigate the stable competing low-energy
configurations that may exist at this level of hydrogenation.
The aim is to identify energetically favorable configurations
and identify competing low energy structures at 0 K. We also
investigate the influence of H-adatoms on the electronic prop-
erties of bilayer graphene within the framework of density
functional theory, using different exchange-correlation (XC)
potentials. We show that no single XC functional is able to
reproduce all the known physical properties of all the config-
urations considered. The relative strengths and weaknesses of
the functionals are discussed.

II. METHODOLOGY

The ground state electronic structure was calculated using
the plane wave self-consistent field (PWSCF) code as imple-
mented in the Quantum ESPRESSO package.42 The calcu-
lations were first performed using the local density and the
generalized gradient approximations (LDA)43 and (GGA)44

for the exchange-correlation interaction. We used the GGA
parameterization of Perdew, Burke and Ernzerhof (PBE).44

Thereafter, the Roman-Perez and Soler implementation45 of
the non-local van der Waals density functional (vdW-DF) the-
ory of Dion et al.46 was used to study the ground state proper-
ties of graphite, pristine and hydrogenated bilayer graphene.
The second version of the van der Waals density functional
(vdW-DF2) theory proposed by Lee et al.47 was also used to
calculate the properties of these materials for comparison. In
the vdW-DF2 calculations, an accurate refit48 of the Perdew-
Wang (PW86) semilocal exchange functional49 was used.
Furthermore, the exchange functional (C09x) of Cooper50 was
also used within the two vdW-DF schemes to perform a com-
parative study of these materials, and results from these two
schemes are denoted as vdW-DFC09x and vdW-DF2C09x.

The core electron interactions were described using the
projector augmented wave (PAW) methods.51 Energy cut-offs
of 500 and 5170 eV were set for the wave function and
charge density expansions, respectively, in the plane waves
basis. The Monkhorst-Pack scheme52 was used for the inte-
gration of electronic states, using a grid of size 10 × 10 × 1.
The Methfessel-Paxton (MP) scheme53 was used in the self-
consistent field calculations, with a smearing width of 0.3 eV.
The total energies were converged to within 10−7 eV. The
supercells were optimized using the conjugate gradient al-
gorithm with an atomic force convergence criterion of 0.01
eV/Å. In each case, the graphite and bilayer graphene struc-
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tures were modeled using a 1 × 1 periodic unit cell. The vac-
uum height was set to 15 Å to avoid spurious interactions be-
tween periodically repeated images of the graphene bilayer
system.

III. RESULTS AND DISCUSSION

A. Test of exchange-correlation functionals on bulk bilayer
graphene and graphite

In this section, the different exchange-correlation func-
tionals are tested on the properties of graphite and bilayer
graphene. In bilayer graphene, the two monolayers are ar-
ranged in two distinct stacking sequences - the simple (AA)
and Bernal (AB) conformations. Results show that the Bernal
stacking gives a more stable bilayer graphene structure than
the simple stacking sequence. The AB-stacked structure gives
a total energy per atom, which is 0.02 eV (LDA), 0.01 eV
(GGA) and 0.01 eV (vdW-DF) lower than the corresponding
total energy in the simple stacking sequence. The LDA total
energy difference is consistent with the results of De Andres et
al.41 In addition, the AB-stacking sequence consistently yields
stronger interlayer binding from all the XC functionals. For
instance, the simple stacking sequence gives an interlayer sep-
aration that is 0.21 Å (LDA), 0.02 Å (GGA) and 0.22 Å (vdW-
DF) larger than the corresponding distance in a Bernal stacked
structure. As a result, we will not discuss the AA-stacked bi-
layer graphene any further and all subsequent adsorption stud-
ies are reported for the AB-stacked structures.

Table I shows the lattice constant (a0), interlayer distance
(d0), and the interlayer binding energy(EB) of graphite and
pristine bilayer graphene from different form of exchange cor-
relation functionals. The interlayer binding energy in this
case, is the total energy difference between the two coupled
and uncoupled graphene layers. The properties of the bilayer,
i. e. lattice constant and interlayer distance, are generally sim-
ilar to those of graphite as expected. For instance, although
slightly smaller than the experimental value (2.46 Å) in both
structures,58 the optimized LDA lattice constant (2.45 Å)
is the same for bilayer graphene and graphite. The differ-
ence between their corresponding GGA values is less than
1%. This trend is also consistent with other LDA and GGA
calculations.54 The LDA interlayer distance is 3.25 Å for
graphite and 3.33 Å for bilayer graphene. In both structures,
the GGA predicts the same value (4.10 Å) for d0 but over-
estimates the experimental value substantially (see Table I).
More significant differences are observed between our GGA-
PBE values, and the GGA-PBE(DCAP) data62 for d0 and EB
respectively. Nevertheless, there is good agreement between
our results and similar calculations. The calculated LDA
interlayer binding energy of graphite is 27.70 meV/atom.
Our calculated LDA bilayer binding energy decreases to
17.30 meV/atom. This value is nearly half the experimen-
tal value of the binding energy in graphite. As expected,
results of our GGA calculations fail to accurately describe
structures that are bounded together by van der Waals forces
(see Table I). We also tested the structural properties of the

bilayer and graphite using different variants of the van der
Waals (vdW) corrections to DFT. Our calculated vdW-DF lat-
tice constants for graphite and bilayer graphene are 2.48 Å and
2.47 Å respectively, in good agreement with results of other
vdW-DF calculations.55,56

Our vdW-DF optimized interlayer distance of 3.50 Å is
intermediate between the GGA and LDA values for both
graphite and bilayer graphene. However, this is closer to
the LDA value than to the GGA value. On the other hand,
vdW-DF2 yields the same structural properties for graphite
and the bilayer. For graphite, we find that using the Cooper
exchange functional (C09x) within the vdW scheme results
in the highest interlayer binding energy of 91.00 meV (vdW-
DFC09x). This value is 18.00 meV higher than the exfoli-
ation energy predicted for graphite within the vdW-DFC09x
scheme.54 However, within the vdW-DF2C09x scheme, the
interlayer binding energy reduces to 59.60 meV. Consider
that the graphite interlayer binding energies of 55.00 meV
(vdW-DF) and 66.00 meV (vdW-DF2) are significantly lower,
prior to correction with C09x functional. Because the struc-
tural properties of graphite predicted within the vdW-DFC09x
scheme, in Table I, agree with experimental values to within
±3%, we attribute the large discrepancy in interlayer binding
energy to the inability of the vdW-DFC09x functional to si-
multaneously describe the energetics and the structural prop-
erties consistently. In Ref. 57 however, bilayer graphene is
used as a model to estimate the binding energy of graphite as
45.50 meV/atom using the vdW-DF scheme. It is therefore ex-
pected, a posteri, that bilayer graphene should have nearly the
same binding energy. The calculated bilayer binding energy is
22.70 meV/atom (vdW-DF) and 29.00 meV/atom (vdW-DF2),
which are 50% and 36% smaller than anticipated. Neverthe-
less, our vdW-DF and vdW-DF2 values are within the range
of the results of other similar calculations (see Table I).

The use of the Cooper exchange functional (C09x) shows
a substantial increase to 38.90 eV/atom (vdW-DFC09x), and
a marginal increase to 28.60 meV/atom (vdW-DF2C09x) in
each case. Taken together, the vdW-interaction corrections
give bilayer binding energy that agree with the experimental
value of 35±10 meV/atom for graphite, in agreement with pre-
vious vdW-DF calculations.54 However, more recent experi-
ments show a substantially higher interlayer binding energy
of 52±50 meV/atom in graphite.59 This is significantly higher
than the calculated bilayer binding energy, but consistent with
our calculated values for graphite. We attribute this discrep-
ancy to the inability of the functionals to simultaneously ac-
count for both the structural properties and the binding ener-
gies of weakly bound structures that are coupled together by
vdW forces.

B. Hydrogen adatoms on bilayer graphene

1. Site geometries for hydrogen adsorption

The unrelaxed site geometries for hydrogen adsorption on
the bilayer graphene unit cell are shown in Fig. 1. Because H
prefers the on-top site,39 each coupled bilayer graphene con-
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figuration has the H atoms occupying on top sites in the unre-
laxed state. However, we do not consider the case of hydrogen
adsorption at both the on top and bottom sites of the same car-
bon atom - even if such configurations can, in principle, give
50 % H coverage in the unrelaxed state. This is to preserve the
hexagonal symmetry of the sp2-hybridized carbon bonding in
bilayer graphene prior to relaxation. In the following analysis,
the carbon atoms that directly face another carbon atom (i.e.,
a and b′ in Fig. 1) are labeled direct carbon atoms, whereas
indirect carbon atoms face hollow sites in the adjacent layer
(i.e., b and a′ in Fig. 1). In all the unrelaxed configurations,
the interlayer distance is the same, and the C-C distance is
unique in both A- and B-planes, by symmetry.

A total of 24 non-unique configurations are identified for
cases where the two hydrogen atoms are adsorbed at on top
sites on two different carbon atoms. From translational sym-
metry, this reduces to 18 configurations. In Fig. 1, planes A
and B are invariant under 180 ◦ rotation. After correcting for
double counting, only the 16 configurations listed in Table II
are unique in the unrelaxed state. We find that some configu-
rations are energetically equivalent after relaxation in spite of
the uniqueness of their initial unrelaxed states.

For instance, three distinct cases are identified for forma-
tion of molecular hydrogen after relaxation. The dimer forms
above the coupled bilayer structure in configuration c1 as
shown in Fig. 2(a), and within the interlayer region in con-
figurations c12, c14 and c15. Because the dimer is oriented hor-
izontally in both configurations c12 and c14 (see Fig. 2(b)), we
conclude that both configurations are energetically equivalent.
On the other hand, the dimer in configuration c15 is oriented
vertically (Fig. 2(c)), and therefore represents a unique config-
uration, and distinct from configuration c12 or c14. The three
cases of dimer formation are energetically non-equivalent and
unique, suggesting that their unrelaxed states are not stable.
As a result, we investigate the physisorption of the H2 dimer
above bilayer graphene, and within the interlayer region as
special cases of the hydrogen adsorption.

Each of the four schemes for correcting for vdW-interaction
predict the same interlayer distances for the two configura-
tions of the horizontally-oriented dimer as: 6.67 Å (vdW-DF),
6.29 Å (vdW-DF2), 6.19 Å (vdW-DFC09x) and 6.14 Å (vdW-
DF2C09x) respectively. In configuration c15 the dimer is ver-
tically oriented, and the interlayer distance changes slightly to
6.93 Å (vdW-DF), 6.53 Å (vdW-DF2), 6.26 Å (vdW-DFC09x)
and 6.22 Å (vdW-DF2C09x) respectively. When the Cooper
(C09x) functional is used within the two vdW-DF schemes,
the interlayer distances only reduce slightly. Because of
this marginal reduction in interlayer distance, we conclude
that vdW-DFC09x and vdW-DF2C09x schemes both predict
slightly stronger binding in the two cases of interlayer dimer
formation. Nevertheless, the trend for variation in interlayer
distances with exchange-correlation functional in configura-
tion c12, c14 and c15 is not uniform. For instance, although all
the functionals consistently yield large values of d0, the varia-
tions in d0 with vdW-DF correction scheme are non-uniform.
Particularly, the vdW-DF2, vdW-DFC09x and vdW-DF2C09x
schemes predict smaller interlayer distances in configurations
c12 and c15 respectively. Similarly, LDA gives a slight de-

crease from 5.90 Å (c12) to 5.84 Å (c14) although both con-
figurations are equivalent, whereas GGA-PBE shows a slight
increase from 8.42 Å (c12) to 8.51 Å (c14), respectively. More
importantly, apart from the vdW-DFC09x functional, all other
schemes show that d0 is consistently larger when the dimer
forms vertically in configuration c15 compared to when it
forms horizontally in configuration c12.

Taken together, these interlayer distances are large relative
to the equilibrium interlayer distances in pristine graphene bi-
layer (see Table I). We ascribe the large interlayer distances
to the decoupling of the bound bilayer graphene because of
formation of the molecular hydrogen. The dimer formation
breaks the symmetry of bilayer graphene structure. In the re-
laxed state, the large interlayer distances in configurations c12,
c14, and c15 imply that the two bound monolayers of graphene
are no longer coupled, and are therefore structurally not equiv-
alent to the coupled bilayer system in configuration c1. This is
due to weakened van der Waals interactions between layer A
and B. The formation of the dimer in the interlayer region is
analogous to hydrogen intercalation of bilayer graphene. By
extension, we suggest the mechanism of hydrogen intercala-
tion of graphite as a promising method of exfoliating graphene
monolayers.

2. Formation energy of hydrogenated bilayer graphene

Competing low energy configurations of hydrogenated bi-
layer graphene are identified by investigating the formation
energy per carbon atom. The formation energy was obtained
using the expression24

E f = [EH−b − NC × EG − NH ×
1
2

EH2 ]/NC , (1)

where EH−b is the energy of relaxed hydrogenated bilayer
graphene, EG and EH2 are the total energy per atom of the
graphite and hydrogen molecule (H2). NC and NH denote the
total number of carbon and hydrogen atoms in the 1 × 1 unit
cell. Formation energies are presented for LDA, GGA and
the four implementations of the non-local vdW corrections to
compare their relative stabilities and to predict the competing
low energy structures at 0 K.

Fig. 3 shows the formation energy per carbon atom in
structurally unique configurations of hydrogenated bilayer
graphene from six XC functionals. In the cases where more
than one configuration presents the same formation energy,
only one formation energy is presented. The LDA gives the
lowest formation energies E f compared to GGA and vdW-
DF. The high formation energies indicate that it is energet-
ically more expensive to create these configurations. In the
relaxed state of configuration c10, the local structure shows
that the H-adatom on the direct carbon of the interlayer region
(i.e. hydrogen atom adsorbed on site b′above) undergoes inter-
layer diffusion, and migrates to occupy another on top site.
This further confirms the affinity of hydrogen to the on top
site in graphene monolayers. However, the local structure in
configuration c10 is equivalent to that in configuration c2 be-
cause the difference between their heats of formation is 0.002



5

eV (LDA), 0.0 eV (GGA) and 0.001 eV (vdW-DF). Hence the
two configurations are energetically equivalent in their relaxed
states.

The vdW-DF schemes yield the same formation energies
in energetically equivalent structures. For instance, we obtain
-0.13 eV (vdW-DF) and -0.23 eV (vdW-DF2) in configura-
tions c12 and c14, and -0.13 eV (vdW-DF) and -0.22 eV (vdW-
DF2) in configuration c15. These energies change to -0.20
eV (vdW-DFC09x) and -0.11 eV (vdW-DF2C09x) in c12 and
c14 respectively, and -0.21 eV (vdW-DFC09x) and -0.11 eV
(vdW-DF2C09x) respectively in configuration c15. Because
the energy of formation of the vertical dimer in configuration
c15 is different from the energy required to form horizontal
dimers in both configurations c12 and c14, we identify the for-
mation of both dimer orientations as unique.

We identify six energetically favorable configurations at
0 K. These are configurations c1, c2, c7, c8, c12 and c15.
Only configurations c1, c2, c7 and c8 retain the coupled bi-
layer structure in the relaxed state. Because configuration c8
is known39 to undergo a hydrogen-induced phase transforma-
tion from hexagonal to tetrahedral geometry, we suggest that
the four low energy configurations are competing structures
at 0 K. Our calculated formation energies for configuration c8
from both LDA, GGA and vdW-DF functionals agree with the
GGA and LDA calculations of Leenaerts et al.39 Apart from
configurations c1 and c12, the LDA gives comparatively lower
formation energies than GGA and the vdW-corrected func-
tionals. We observe that GGA and vdW-DF yield nearly the
same formation energies for configurations c3, c4, c5, c8, c10,
c13 and c16. The formation energy differences ∆E f between
GGA and vdW-DF in configuration c1 is slightly more than
0.05 eV, but less than 0.03 eV in configuration c4, c5 and c10
(see Fig. 3). Our LDA calculation gives small positive for-
mation energy in configuration c1, whereas both vdW-DF and
GGA yields a negative enthalpy of formation suggesting that
configuration c1 may form spontaneously. The low formation
energy from vdW-DF in c1 suggests that the binding force be-
tween the molecular hydrogen and the bilayer graphene arises
from van der Waals interaction because the H2 dimer is ph-
ysisorbed above layer A (see Fig. 2(a)).

The hydrogen adatoms are all chemisorbed in the relaxed
state, except in configurations c1, c12, c14 and c15, as shown in
Table II. The local structures of competing low energy struc-
tures are shown in Fig. 4 for the relaxed states. These suggest
that the properties of the hydrogenated bilayer graphene con-
figurations are sensitive to the location of the carbon atom in
the unit cell, and on the hydrogen adsorption site geometries.
The top layers in configurations c2 and c7 are equivalent to
the stable structure of monolayer graphene under the condi-
tion of 100 % H-coverage. The resulting graphane structure is
known to be stable both theoretically24 and experimentally.15

In the theoretical study of Sofo et al.,24 the GGA functional
predicted short, and strong covalent bonds between hydrogen
and carbon atoms.

Fig. 3 shows that the most stable configuration of hydro-
gen adatoms on the bilayer graphene (i.e. with the lowest for-
mation energy) is obtained when sites babove a′below are fully
saturated (Table II). The resulting local structure is equiva-

lent to the bilayer analogue of graphane - a fully hydrogenated
graphene monolayer. Table II shows the properties of coupled
structures of pristine and hydrogenated bilayer graphene after
relaxation. All the XC functionals give the same bond length
(lC-C = 1.429 Å) and bond angle (θ = 120◦) in the pristine
bilayer. Similarly, hydrogen adsorption causes an increase in
mean bond-length towards the value of 1.51Å expected in
the diamond structure, while bond angles simultaneously de-
crease towards sp3-hybridized angle of 109.7◦. The inclusion
of non-local vdW corrections show minimal deviations in the
bond length and bond angle of configuration c8 relative to val-
ues expected in graphane24,39 while configurations c2 and c7
give slightly larger values (see Table III). Because the exper-
imental value of the layer-layer separation in pristine bilayer
is 3.35 Å35 we conclude that LDA gives the most accurate bi-
layer separation, although in configurations c2 and c7, it over-
estimates it by 10.3 %. Within vdW-correction, the interlayer
distance is both underestimated; 3.29 Å (vdW-DF2C09x) and
3.27 Å (vdW-DFC09x), and overestimated; 3.51 Å (vdW-DF)
and 3.59 Å (vdW-DF2) in the pristine bilayer. Both vdW-
schemes and GGA overestimates the layer-layer distance of
the bilayer by a maximum of 21.4 % and 41.3 % respectively.

Table III shows significantly reduced interlayer distance in
configuration c8 after structural relaxation. Configurations c2
and c8 exhibit the largest deviations in bond angles, θ. Their
low total energies, and heats of formation at 0 K after cor-
recting for vdW interactions (see Fig. 3) suggest that their
high relative stability could be ascribed to puckering- mech-
anism, in good agreement with Sofo et al.24 Thus, although
the adsorption of hydrogen atoms on a single sublattice of ei-
ther plane A or plane B of the bilayer graphene structure does
not result in any stable structure, hydrogenating both exter-
nal faces, specifically at site babovea′below (see Table II) gives
rise to the most stable configuration. Our results confirms
the recent observation39 that adsorption of hydrogen on the
both faces of bilayer graphene, at 50% coverage, causes the
transformation of the structure to the tetrahedral geometry.
In this H-mediated transformation, both the top and bottom
layer carbon atoms come into sufficiently close proximity to
allow interlayer chemical bonds to form between them. This is
also accompanied by a change in the hybridization of the car-
bon bonds from sp2 to sp3 resulting in increased mean bond
length from 1.42Å in pristine bilayer to 1.51Å expected in
the diamond structure. The low formation energy observed in
configuration c8 suggests that the interlayer bond-formation
mechanism favors the binding of hydrogen atoms to the two
external faces of the bilayer in order to form the interlayer
bond. As suggested by Leenaerts et al.,39 the implication is
that both sides of the bilayer graphene has to be exposed to
hydrogen for the transformation to occur because graphene is
hard to penetrate.63,64

In configurations c2 and c7, the bond lengths in the
hydrogen-free bottom layer still retain their graphitic values
of 1.42 Å. The difference between the H-adsorption sites in
configurations c2 and c7 (see Fig. 4) results in nontrivial differ-
ences in the interlayer separation in the two configurations (as
shown in Table III). All the exchange-correlation functionals
consistently give wider interlayer separation in configuration
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c7 compared to configuration c2. The physical justification
for the wider interlayer in configuration c7 is unclear, since
the bottom layer in both structures are unhydrogenated. Nev-
ertheless, it suffices to attribute the wide interlayer separation
in configuration c7 to the fact that the interlayer adsorption of
the hydrogen atom directly on top of the bottom layer carbon
gives rise to a higher local displacement of the top layer com-
pared to configuration c2. Since the interlayer hydrogen atom
in configuration c2 is not located on top of any atom of the bot-
tom layer, the net interatomic repulsion is minimal, relative to
configuration c7.

Boukhvalov et al.19 showed that adsorbing a single hydro-
gen atom on single layer graphene yields a positive activation
energy, and thus its chemisorption energy is not favorable.
In Fig. 3, configurations with high formation energies (i.e.,
E f > 0.4 eV) are considered metastable, and therefore are un-
stable at 0 K relative to configurations c2, c7, and c8. It is
relevant to note that configurations c4 and c10 are equivalent,
with the hydrogen adsorption sites swapped. Because the for-
mation energy of all the metastable configurations (see Fig. 3)
are less than 1.00 eV relative to configurations c2, c7 and c8,
and consider that formation energies are determined with re-
spect to graphite and molecular hydrogen, we conclude that it
is distinctly possible to form these metastable configurations
under finite temperature conditions if the temperature is high
enough to overcome their formation barriers.19

In the case of single graphene layer, the effects of the hydro-
gen adatoms are balanced by the simultaneous adsorption of
hydrogen atoms both above and below the layer. The observed
instability in configuration c4, c5 and c10 arises from the high
chemisorption energy expected in a single H-adatom configu-
ration. This is due to the absence of the hydrogen adatom on
the opposite face of the top, and bottom, of monolayers. Oth-
erwise, the presence of such configuration deviates from the
50% coverage hydrogen adatoms on bilayer graphene. There-
fore, the absence of the single layer distortion-balancing ef-
fect must be responsible for the observed structural instability.
The effect of this instability is clearly exhibited in the incon-
sistency in C-C bond lengths within the top and bottom layers
of the metastable configurations.

In the electrostatic approximation, the top and bottom lay-
ers in the metastable configurations (i.e, c4, c5 and c10) can be
considered to carry charges q1, q2 and q3 respectively, of the
same magnitude. This implies that they carry equal charges
on both layers, and are each separated by the corresponding
interlayer distances. For the stable configurations, Table III
shows that the interlayer separation varies significantly from
the equilibrium value (d0 = 3.35 Å), after relaxation. These
variations arise from the competition between the Coulombic
repulsion, the puckering effect of hydrogen, and van der Waals
interactions between the polar layers. An effective polarity
develops in the metastable configurations because the two un-
hydrogenated carbon atoms in the top and bottom layers are
indirect. This implies that a large number of symmetry raising
Jahn-Teller distortions are necessary to change the interplanar
ordering from the Bernal (AB) stacking to the simple (AA)
stacking sequence.

We therefore suggest that the high stability of competing

low-energy, coupled hydrogenated bilayer, structures arise be-
cause the hydrogen adatoms are chemisorbed on indirect car-
bon atoms. Because the indirect carbon atoms are not posi-
tioned directly above each other along the c-axis, the effective
repulsion between the carbon ion cores is minimized. The
structural relaxation effects of the hydrogenation reduces the
effective interlayer separation, such that d�d0 as shown in Ta-
ble III. The reduced interlayer separation therefore brings all
the direct carbon atoms into sufficiently close contact, to al-
low the overlap of the atomic wave functions. This therefore
creates strong C-C bonds due to the hydrogen-induced rehy-
bridization of the atomic orbitals. Moreover, the interlayer
separation in c8 is equivalent to the C-C bond-length in the di-
amond structure. We therefore conclude that configuration c8
represents a viable template for synthesizing nanodiamonds
from graphene by hydrogenation. This is consistent with the
observation of the formation of full sp3-hybridized structure
from hydrogen adsorption on bilayer graphene.39

C. Electronic properties

Fig. 5(a)-(d) shows the band structures of pristine bi-
layer graphene from the four forms of the non-local vdW-
functionals. The electronic states are labeled at high symme-
try points of the Brillouin zone with reference to the Fermi
level, in each case. These show a conical dispersion at the
Γ-point, and a parabolic dispersion at the K-point, as ex-
pected. There are four π-bands which nearly meet at the K-
point. The highest occupied molecular orbitals (HOMO) and
lowest unoccupied molecular orbitals (LUMO) levels nearly
coincide at Brillouin zone point K giving rise to zero-band
gap. Fig. 5 show that the four vdW-functionals give similar
band structures for pristine bilayer graphene. Despite the sim-
ilarities in the band structure, subtle differences are observed
in the dependence of band energies on Brillouin zone direc-
tion (E(k) dispersion) and energy eigenvalues at high symme-
try points. The agreement of the vdW-interaction corrected
band structures with LDA and GGA band structures is qual-
itative because although the E(k) dispersion is correctly pre-
dicted, slight differences are observed in the band energies at
high-symmetry points. Table IV shows the eigenvalues of the
HOMO and LUMO levels in the pristine bilayer relative to
the Fermi level calculated using the different functionals. Af-
ter correcting for vdW-interactions, the maximum and mini-
mum eigenvalues of the HOMO (K1v) /LUMO (K1c) level are
1.38 eV (vdW-DF2) and 1.21 eV (vdW-DFC09x) in the pris-
tine bilayer. The difference between the vdW-DF and vdW-
DF2C09x eigenvalues for both HOMO and LUMO levels is
0.02 eV.

We have further investigated how the adsorbed hydrogen
alters the electronic structures of bilayer graphene in all the
structural configurations considered. For the pristine bilayer
graphene, and for configurations c1, c2, c7 and c8, the band
energies decrease significantly for all the functionals. Nev-
ertheless, the HOMO/LUMO levels in configurations c2 and
c7 are the same for all functionals, and coincide at point K in
the Brillouin zone. These configurations show semimetallic
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behavior except for configuration c8, where there is an en-
ergy gap between the Γ1v and Γ1c levels. From Table IV,
the calculated band gap (at Γ-point) in configuration c8 is
2.80 eV (vdW-DF), 2.61 eV (vdW-DF2), 2.91 eV (vdW-
DFC09x), 2.90 eV (vdW-DF2C09x), 2.89 eV (LDA) and
3.09 eV (GGA), respectively. It is noted in particular that the
LDA and GGA energy gaps are in agreement with previous
results.39 We therefore conclude that use of the Cooper ex-
change functional (C09x) in vdW-DF and vdW-DF2 has very
minimal influence on the band gap of configuration c8. The
implication is that vdW interaction is not significant in config-
uration c8 because of the formation of strong interlayer carbon
bonds.

We also investigate the alignment of the hydrogen-induced
energy bands in bilayer graphene. Because the electronic
structures from LDA, GGA and the four schemes for vdW
interaction correction are similar, we only show the vdW-
DF band structures of selected hydrogenated configurations in
Fig. 6. In configuration c1, the physisorption does not alter the
physical properties of the bilayer structure. However, in com-
parison with the pristine band structure, there are two extra
bands due to hydrogen. These are denoted in Fig. 6(a) by K3v
and K3c. The extra bands are attributed H-H bonding in the
H2-dimer. The K3v band arises from the σ-bonding state be-
tween the two H 1s-states, while K3c is an anti-bonding state.
Nevertheless, the resulting structure is semimetalic. As seen
in Sec.III(B), configurations c2 and c7 are similar - differing
only in terms of their H-adsorption sites. In Table IV, the
energy difference at K1v for configurations c2 and c7 is less
than 0.01 eV. However configuration c7 has a slightly lower
Fermi energy compared to configuration c2. Hence, we show
the band structure for configuration c7 in Fig. 6(b) for com-
parison with other configurations. In contrast with the pristine
band structure, there are two linearly-dispersed bands instead
of the four bands coinciding at point K1. This also shows that
the system is semimetalic. This same trend has also been seen
experimentally by Nourbakhsh et al.65 for oxygen adatoms on
bilayer graphene. We find that by fully saturating the top layer
in configuration c7, the two π-bands at point K reduce to one
(see Fig. 6(b)). Fig. 6(c) shows that configuration c8 gives rise
to a wide band gap at point K. The relaxed geometry of con-
figuration c8 (see Fig. 4(c)) shows that the network structure
is fully saturated. Because the interplanar C-C bond length
(see Table III) is significantly reduced, strong sp3 hybridized
bonds form between neighboring C atoms and break the sym-
metry of the π-bands. The band structures in configurations
c4, c5 and c10 are the same, despite the differences in the posi-
tions of the adsorbed hydrogen atoms after relaxation. These
are presented in Fig. 6(d), to show metallic transport at 0 K in
these configurations because there are no HOMO and LUMO
levels due to bands crossings at their Fermi levels.

The metastable configurations yield longer C-H bond
lengths, and their band structures show metallic transport
properties. We also investigate the influence of the C-H bond
length on the electronic properties of configuration c8. Fig. 7
shows the variations in band gap for the six XC functionals
as a function of the C-H bond length. At the equilibrium C-
H bond length (1.10 Å), all six functionals consistently give

maximum band gaps. We find that the vdW-DF yields higher
band gaps for stretched C-H bonds while compressed C-H
bonds yield low band gaps. By contrast, the LDA and GGA
give an opposing trend because the compression (or stretch-
ing) of C-H bonds give rise to higher (or lower) energy gaps.
The GGA predicts larger band gaps in configuration c8 for
all C-H bond lengths. At the equilibrium C-H bond length
vdW-DF yield the band gap. The vdW-DF2C09x functional
predicts the lowest band gaps when the C-H bond lengths are
stretched and, or compressed maximally. Both vdW-DF2 and
vdW-DF2C09x give the same band gap (2.53 eV) when the
bonds are fully stretched to 1.20 Å, but show a significant dif-
ference of 0.15 eV for compressed bonds.

IV. CONCLUSIONS

This paper predicts, and characterizes the possible struc-
tural configurations for the adsorption of hydrogen atoms on
bilayer graphene. Using different exchange-correlation func-
tionals, the relative stabilities and electronic properties of the
hydrogen-adsorbed bilayer graphene are explored at 0 K. We
find that the different forms of the vdW-interaction corrections
perform best in relaxed configurations where the H2 dimer is
physisorbed, and the graphene bilayers are decoupled. On the
other hand, the LDA performs best in configurations where the
bilayer graphene is coupled in the relaxed state, and the hy-
drogen atoms are chemisorbed. Our analyses of the formation
energies show that six of the configurations can form spon-
taneously. Because of the low, albeit positive, heats of for-
mation in the metastable configurations, we suggest that their
formation can be achievable by activation. The spontaneous
formation of the lowest energy configurations is strongly de-
pendent on the arrangement of the adsorbed hydrogen atoms.
It is noted that apart from configuration c1, this spontaneous
formation only occurs when the top layer of carbon atoms is
fully saturated, leaving the bottom layer completely unhydro-
genated, or when both top and bottom layers are partially hy-
drogenated. The partial hydrogenation of both the top and
bottom layers is found to result in a non-reversible transfor-
mation of the graphenic hexagonal structure to local diamond,
tetrahedral, structure. This H-induced local reconstruction re-
sults in shortened C-H bonds and a considerable buckling of
the tetrahedral structure. Relatively longer C-H bonds are ob-
tained in configurations that display non-spontaneous forma-
tion, and their local structures are only slightly buckled.

We conclude that hydrogen atoms adsorbed on the top and
bottom faces within the interlayer region causes considerable
interlayer repulsion, which leads to increased interlayer dis-
tances (see Table III). This suggests hydrogen intercalation as
a means of exfoliating graphene. The relatively more stable
competing configurations exhibit either semi-metallic or insu-
lating properties, whereas all the unstable configurations are
metallic. We find that configuration c8 results in an insula-
tor, displaying a wide band gap. For this structure, the GGA
yields the largest band gap. It is therefore concluded that no
single exchange-correlation functional is able to describe the
energetics, stability and local structure properties of all the
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configurations consistently.
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TABLE I. Properties of graphite and pristine bilayer graphene cal-
culated using different exchange-correlation functionals to show the
equilibrium lattice constants a0, interlayer distances d0 and the in-
terlayer binding energies EB. Results of our calculations are marked
with an asterisk (*). The vdW-DF exfoliation energy of graphite is
also shown (in parenthesis).

Graphite Bilayer
Functionals a0 (Å) d0 (Å) EB (meV) a0 (Å) d0 (Å) EB (meV)
LDA∗ 2.45 3.25 27.70 2.45 3.33 17.30
LDA 2.44a 3.32a (-26.00)a 3.30h 13.98h

GGA∗ 2.47 4.10 3.00 2.46 4.10 3.00
GGA 2.46a 4.50a (-2.00)a 3.32i 27.00i

vdW-DF∗ 2.48 3.57 55.00 2.47 3.51 22.70
vdW-DF (-52.00)a 3.58h 25.43h

vdW-DF 2.47b 3.76c 24.00b

vdW-DF 3.60d 45.50d

vdW-DF2∗ 2.47 3.49 66.00 2.47 3.49 29.00
vdW-DF2 (-53.00)a 3.48h 25.84h

vdW-DF C09x
∗ 2.48 3.25 91.00 2.48 3.27 38.90

vdW-DF C09x (-73.00)a 3.23h 35.63h

vdW-DF2 C09x
∗ 2.47 3.29 59.60 2.48 3.29 28.60

vdW-DF2 C09x (-54.00)a 3.28h 25.86h

Experimental 2.46e 3.35e 52±5 f , 35±10g 2.46 j 3.40 j

aReference54

bReference55

cReference56

dReference57

eReference58

f Reference59

gReference60

hReference61

iReference62

jReference35
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FIG. 1. Hydrogen adsorption sites (marked x) in the unrelaxed state
of the bilayer graphene unit cell. The carbon atoms denoted by a and
b′ are the direct carbon atoms, while atoms b and a′ are the indirect
carbon atoms.

TABLE II. Configurations of hydrogenated bilayer at 50 % coverage
and the corresponding hydrogen adsorption site geometries in the un-
relaxed and relaxed states showing the changes in the local structure
after structure optimization.

Configurations Geometry of the H adatom site Structural transformations
Unrelaxed state Relaxed state

c1 aabovebabove aaboveaabove Formation of horizontal H2 dimer
c2 aabovebbelow aabovebbelow None (c2 is symmetrical to c10 by translation)
c3 aabovea′above aabovea′above None
c4 aaboveb′above aaboveb′above None
c5 aaboveb′below aaboveb′below None
c6 aabovea′below aabovea′below None
c7 baboveabelow baboveabelow None
c8 babovea′below babovea′below Formation of diamond-like structure
c9 babovea′above babovea′above None
c10 baboveb′above abelowbabove One hydrogen site is swapped (c10 relaxes to c2)
c11 baboveb′below baboveb′below None
c12 a′abovebbelow a′abovea

′
above Formation of horizontal H2 dimer (c12 relaxes to c14)

c13 a′aboveabelow a′aboveabelow None
c14 a′aboveb

′
above a′abovea

′
above Formation of horizontal H2 dimer (c14 relaxes to c12)

c15 b′aboveabelow b′aboveabelow Formation of vertical H2 dimer
c16 b′abovebbelow b′abovebbelow None
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(a) (b)

(c)

FIG. 2. Relaxed configurations showing the formation of the H2

dimer: (a) above bilayer graphene in configuration c1, and within
the interlayer region of the decoupled bilayer graphene showing (b)
horizontal intercalation in configurations c12 and c14, and vertical in-
tercalation in configuration c15.
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FIG. 3. Formation energies of unique configurations of hydrogenated
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applications of the non-local van der Waals correlation functional.
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(a) (b)

(c)

FIG. 4. Relaxed geometries of competing low-energy structures of
coupled bilayer graphene at 50% hydrogen coverage showing con-
figurations: (a) c2, (b) c7, and (c) c8.
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TABLE III. The calculated properties of selected competing struc-
tural configurations: the distances between two bonded carbon atoms
lC-C (in Å), the bond angles θC-C-C (in degrees) and the interlayer dis-
tances d0 (in Å). The lC-C bond lengths are quoted to three decimal
places to demonstrated the similarity of the results for the six ex-
change correlation functionals.

Top (bottom) layers of structural configurations
Pristine 2 7 8

Parameters Functionals T B T B T B T B

lC-C

vdW-DF 1.429 (1.429) 1.498 (1.429) 1.498 (1.429) 1.504 (1.504)

vdW-DF2 1.429 (1.429) 1.501 (1.429) 1.505 (1.429) 1.514 (1.514)

vdW-DF C09x 1.429 (1.429) 1.503 (1.429) 1.503 (1.429) 1.513 (1.513)

vdW-DF2 C09x 1.429 (1.429) 1.504 (1.429) 1.504 (1.429) 1.512 (1.512)

LDA 1.420 (1.420) 1.500 (1.421) 1.500 (1.421) 1.509 (1.509)

GGA 1.429 (1.429) 1.504 (1.430) 1.504 (1.430) 1.512 (1.512)

θC-C-C

vdW-DF 120.0 (120.0) 110.4 (120.0) 110.4 (120.0) 109.8 (109.8)

vdW-DF2 120.0 (120.0) 110.9 (120.0) 110.7 (120.0) 109.8 (109.8)

vdW-DF C09x 120.0 (120.0) 110.9 (120.0) 110.9 (120.0) 109.9 (109.9)

vdW-DF2 C09x 120.0 (120.0) 110.8 (120.0) 110.8 (120.0) 110.0 (110.0)

LDA 120.0 (120.0) 111.2 (120.0) 111.2 (120.0) 110.3 (110.3)

GGA 120.0 (120.0) 110.8 (120.0) 110.8 (120.0) 109.9 (109.9)

d0

vdW-DF 3.51 4.06 4.14 1.57

vdW-DF2 3.59 3.96 4.05 1.58

vdW-DF C09x 3.27 3.69 3.87 1.58

vdW-DF2 C09x 3.29 3.86 3.87 1.56

LDA 3.33 3.69 3.88 1.55

GGA 4.10 4.73 4.85 1.56
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FIG. 5. Electronic band structure of pristine bilayer graphene cal-
culated from four vdw-DF functionals: vdW-DF (a), vdW-DF2 (b),
vdW-DFC09x (c), and vdW-DF2C09x(d). The Fermi level is marked
by the dotted line.
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TABLE IV. The HOMO and LUMO eigenvalues (in meV) of struc-
tural configurations at high-symmetry points.

Electronic states Configurations k-point vdW-DF vdW-DF2 vdW-DF C09x vdW-DF2 C09x LDA GGA

HOMO level

pristine K1v 1.26 1.38 1.21 1.28 1.04 1.32
1 K1v 1.10 1.09 1.07 1.09 0.89 1.19
2 K1v 0.67 0.75 0.85 0.86 0.69 0.95
7 K1v 0.65 0.71 0.83 0.84 0.71 0.95
8 Γ1v 0.78 0.59 0.61 0.69 0.91 1.10

LUMO level

pristine K1c 1.26 1.38 1.21 1.28 1.04 1.32
1 K1c 1.10 1.09 1.07 1.09 0.89 1.19
2 K1c 0.67 0.75 0.85 0.86 0.69 0.95
7 K1c 0.65 0.71 0.83 0.84 0.71 0.95
8 Γ1c 3.58 3.20 3.52 3.59 3.78 4.19
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FIG. 6. The vdW-DF electronic band structure of c1 (a); c7 (b); c8

(c); and c10 (d). The Fermi level is marked by the dotted line
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FIG. 7. Band gap of configuration c8 as a function of C-H bond
lengths predicted from six exchange-correlation functionals.


