
























































































































































































































Digitised by the Department of Library Services in support of open access to information, University of Pretoria, 2022

84 

PLATE IX 

Figs 1 and 2: Two types of chromite. The grain in Fig. 1 

is surrounded by a thin zone of material which has a higher 

reflectivity, and is considered to be magnetite. The shattering as 

shown by the irregular cracks which traverse the grain is a common 

feature of the chromite in the Dominion Reef. In some cases these 

cracks are lined by the pale material fonning the outer zone in 

Fig. 1. The tiny orientated white and dark inclusions in Fig. 2 

are thought to be haematite and quartz. 

Photographic data: 

Both photographs were taken with oil immersion. The 

magnifications are: 

Fig. l: 432 x; Fig. 2: 825 x. 

Figs. 3 and 4: Typical grains of cobaltiteo Straight 

crystal faces, -round corners, and concentric cracks as well as 

cubic cleavage planes are exhibited by most grains. The round 

corners can be ascribed to oscillatory development of cube and 

pyritohedron facesi (See also Plate X for examples of anhedral 

co bal ti te.). 

Photographic data: 

Both. photographs were taken with oil immersion. The 

magnifications are: 

Fig. 3: 342 x; Fig. 4: 721 x. 

'ffl-Fig. 5=A detrital grain of sphene is shown. The 

dark embayrnents were caused by chipping during polishing. 

Photographic data: 

Oil immersion,magnification: 355 x. 

Fig. 6: Pyrite (white) intimately intergrown with 

tiny grains of rutile, and also enveloping some rutile grains 

(light grey). The dark material with lighter grey specks at 

the middle of the grain consists of leucoxene. 

This assemblage is thought to have originated as 

follows: (a) Alteration of an original iron-titanium mineral 

(probably ilmenite) to iron-bearing leucoxene. (b) Pyritization 

of some of the iron at a later date, and recrystallization of 

a portion of the titanium dioxide in the leucoxene to rutile. 

Photographic data.:.. 

Oil immersion, magnification 131 x. 



Digitised by the Department of Library Services in support of open access to information, University of Pretoria, 2022

Plate IX 

~ I 

, ' 

I 

~1 
I 

• y' 

~f, ' 



Digitised by the Department of Library Services in support of open access to information, University of Pretoria, 2022

85 

PUHX 

Fig. 1:~ Q pyrite grain which contains many slightly 

tarnished inclusions of galena. A few inclusions of chalcopyrite 

are also present in some of the grains. In some samples inclusions 

of galena in pyrite are bigger, and bounded by straight planes. 

Photographic data: 

Oil immersion, magnification:257 x. 

Fig. 2: An anhedral grain of cobaltite containing large 

inclusions of sphalerite (dark grey) and also a tiny grain of 

gold (not visible in the photograph). 

Photographic data: 

Oil immersion, magnification:486 x. 

Fig~.3 to 6: Various textural types of gold. In Figs. 

3 and 4 gold is associated with sulphides forming overgrowths on 

the gold grains. In Fig. 3 the overgrowth consists of galena, and 

in Fig. 4 of cobaltite. Fig. 5 shows some members of a cluster of 

gold grains in leucoxene. Fig. 6 illustrates a typical hackly 

grain of gold which is here intimately associated with leucoxene. 

Photographic data: 

All photo's were taken with oil immersion. The 

magnifications are: 

Fig. 3 

Fig. 6 
350 x; Fig. 4 

917 x. 

1271 x; Fig. 5 1714 x; 
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P~Ell 

._ Figs. 1 and 2:fwo grains of uraninite are shown which 

contain cracks bounding roughly ellipsoidal cores. The same grains 

are shown in Plate I (X0.4, Yl.O; X0.1, Y2.9). One possible 

interpretation is that the cores represent original grains, and 

the borders overgrowths. However, the cracks may also be the 

result of differential increase in volume due to radio-activity. 

~ Fig. 3:A cluster consist~ of two spherical 

nodules joined together by a nodular overgrowth at the bottom 

io piet'\:itl'ed, Such clusters are very rare, the example being 

the only one found in 129 polished sections of the Dominion Reef 

ores. 

Photographic data: All photo's were taken with oil immersion. 

The magnifications are: 

Fig. 1: 144 x; Fig. 2 226 x; Fig. 3 256 x. 
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ABSTRACT 

Spectrographic techniques are described for the determination 

of the following elements present in the uraniferous conglomerate 

from the Dominion Reefs Mine: Ti, Zr, Cr, Fe, Pb, As, Sn, Cu, Ag, 

Zn, Nd, Pr, U, Ce, La, Y, Th, Nb, Mo, Co and Ni. 

From the quantitative data obtained correlation coefficients 

were calculated for 101 pairs of elements, and high degrees of 

correlation were fowid between elements present in detrital minerals 

and uranium. A relatively low degree of correlation exists between 

gold and uranium. 

It is considered that sedimentary concentration of heavy 

minerals and the subsequent limited redistribution of gold provides 

the most satisfactory explanation for the geochemical pattern of 

element distribution that was found. 
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I. INTRODUCTION 

In Part 1 of this thesis the mineralogy of the conglomerate 

of the Dominion Reefs Mine was described in detail. It was concluded 

that one suite of minerals present in the conglomerate is of detrital 

origin, and another showed signs of a hydrothermal redistribution. 

These conclusions were based on mineral associations, measurements 

of size and shape, and chemical evidence. Some of these conclusions 

could be put to the test by obtaining quantitative data for mineral 

concentrations in the various samples. The usual mineralogical 

methods, viz. separation, weighing and counting of heavy minerals, 

and modal analysis by means of a point counter were also tested 

but found to be of too low a precision for the purpose envisaged. 

The method based on heavy mineral separation gave unsatisfactory 

results, as some of the mineral grains have been shattered, and 

others are of too friable a nature. The conglomerate is well 

cemented, and severe grinding techniques have to be applied to 

pulverize it. A large proportion of some of the mineral species 

is accordingly lost as slime. The method of point-counting is 

unsatisfactory because of its very low precision for minor constituents 

of a rook. 

It was accordingly decided to apply a spectrographic method 

of analysis to these samples in order to obtain quantitative data 

on the ore. As the mineralogy of the samples studied is well lmown, 

the hosts of the various elements present could be determined readily 

For the purpose of spectrographic analysis 20 samples of 

conglomerate were used. Of these, 7 originated from the Upper Reef, 

11 from the Lower Reef, and 2 from the hanging-wall. Details of these 

samples are given in Table XII, and also in part I of this thesis, 

(Table I). 

II. TECHNIQ~ 

A. QUALITATIVE .ANALYSIS 

As a preliminary survey qualitative spectrographic analyses were 

carried out on the samples, as well as on concentrates of minerals 

obtained by superpanning, separation by heavy liquids,flotation, and 

magnetic separation by means of a Frantz Isodynamic Separator. 

/For the ••• 
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For the spectrographic analyse~ alarge Hilger quartz/glass spectrograph 

was available. The samples were loaded as powders into hollow 

copper and graphite anodes. Pointed cathodes of the same composition 

as the anodes were used. The samples were usually burnt to 

completion. 

In cases where cyanogen bands masked some of the analysis 

lines, arcing was done in an atmosphere of carbon dioxide, by which 

pro~ess the cyanogen bands are eliminated. 

The results of the qualitative analyses are given in Table I. 

TAALE I 

RF.SUI/I'S OF QUALITATIVE SPECTROGRJ(pB:IC @ALYSES OF SAMPLES FROM 

THE DOMINION REEFS MINE 

Sample As* Bi Co* Cr* Ge Li Mn Mo* Na Nb* Ni* Pb* Sn* Th* U* V Zn* 
No. 

l(a) + tr + + - - + tr tr - + + + + + -
l(b) + tr - - ... - w + + tr + 

2 + + - - + + tr tr + + + + + - + 

3 + - tr - tr tr tr - + tr tr tr - tr 

4 tr - tr tr - tr tr tr tr tr tr tr 

5 tr - tr - tr tr - tr tr - tr - tr 

6 tr + - - + - tr tr tr + + + tr - tr 

7 tr tr - - tr tr tr tr tr tr tr - tr tr tr 

8 tr tr - - tr tr - + tr tr tr tr tr tr 

9 tr tr tr tr tr - + tr + + tr tr tr 

10 + tr tr - - + - - + tr + + tr -
11 + + tr - - tr - - + tr + + tr + 

12 + + tr tr tr - + tr + + tr + 

13 tr - + tr tr• - • tr + + tr tr - + 

14 tr - tr tr tr - + tr + + tr + + 

15 tr - + + - - + tr + + tr + + + + 
16 tr - + + - - + tr + + tr + + + + 

17 + + tr tr - + tr - tr + + tr + 

18 tr - tr - - tr tr - + tr tr tr - tr -
20 tr - - - + tr tr tr - tr -
Elements absent or below the limits of detection of the method used: 
Ba, Be, Cs, Ga, Hg, In, Os, Pt, Sb, Sr, w. 
Strong spectral lines of the following 
Al, Ca, Fe*, K, Mg, Si, Ti*, Zr* 

elements were found in all samples: 

*Quantitative results are also given for those elements marked with 
asterisks ( Table V). 
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B. QUANTITATIVE .ANALYSIS 

(1) Sample preparation and spectrographic procedure 

For quanti tive work a sample of rock weighing 10 pounds., 

was crushed, and coned and quartered in order to obtain about one 

pound of representative powder. This was ground down in a clean 

mechanical mullite mortar under alcohol for one hour. A portion 

of this powder was heated in a porcelain crucible in a muffle furnace 

to 8oo0 c, and kept at this temperature for one hnur. After cooling, 

and the determination of weight loss, it was again ground for a 

further hour. 'lb.a powder obtained was kept for the analysis of the 

non-volatile elements. For the volatile elements, portions of the 

unheated powder was used. 

The object of the heat treatment was to eliminate most of 

the sulphur of the sulphides which have an adverse matrix effect. 

Conversion of most of the sulphides to oxides rendered the composition 

of the samples closer to that of the standards, which consisted of 

oxides of the relevant elements in a quartz base. 

The dried powders were kept in a dessicator until required. 

The small amounts of sample and internal standard were weighed 

on a Mettler micro-balance in plastic vials which fitted an apparatus 

known as a Wig-1-Bug and used for mixing. Electrodes of national 

spectrographic graphite were cut to shape on a lathe and purified by 

heating to a bright red heat. The powders were loaded by firm 

tamping. 

A direct current arc was used to volatilize the samples in 

the anode. Current strength and gap width were controlled manually. 

Processing of the spectrographic plates was done in a Jaco processing 

unit at a constant time and temperature. 

Identification of the spectrum lines and densitometry was 

carried out on a Steinheil photometer, and the necessary calculations, 

based on the methods of Kaiser (1941, p.l and 1948, p. 297) were done 

on a Respectra calculating board. 

Each sample was analysed in triplicate, and the final values 

recorded are the geometric means of the three results. 

/The ••• 



Digitised by the Department of Library Services in support of open access to information, University of Pretoria, 2022

4 

The following three different spectrographic procedures 

were applied to each sample: 

(a) Copper oxide ~as used as an internal standard, and 

graphite as buffer for the determination of Ti, Cr, Fe, Zr, 

Co, Ni, and Nb. This procedure differed from that of 

Jaycox (1955, p.347) in that no Geo2 was used to dilute the 

samples. It is considered that the large amounts of Si02 
present in the samples and standards had a dilution effect 

similar to that of Geo
2

• 

(b) As the internal standar~ indium was employed with 

K2so
4 

as buffer for the determination of Pb, Sn, Cu and 

Ag, following Ahrens et al. (1961, p.188). 

(c) Zirconium served as internal standard and graphite as 

buffer for the determination of Nd, Pr, Ce, La and Y. 

Details of these methods are given in Tables II, III and 

IV. 
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TABLE II 

OPERATING CONDITIONS FOR THE DETERMINATION OF Co, Cr, Fe, Nb 1 Ni, 

Ti .AND Zr 

Standards: 

Internal Stan-

Quartz mixed with specpure oxides of the relevant 

elements. 

dard and buffer: 9 parts of black copper oxide (Cu.O) mixed with 20 

Samples: 

Cathode: 

Optics: 

Exposure: 

Gap: 

Emulsion: 

Development: 

parts graphite. This was mixed in a ratio of 1:1 with 

the sample or the standard. 

Ground, heated and reground portions of Dominion Reefs 

Mine conglomerate. This consisted predominantly 

of quartz. Many of the elements in the heated sample 

were present as oxides and the composition of the sample 

was thus similar to that of the standards. (.An 

exception is Zr, present as zircon). 

Cut from "National" spectrographic graphite. Crater 

4 mm. deep by 2.5 mm. in diameter, and walls of 0.5 mm. 

Purified by heating to redness. 

Pointed ''National" spectrographic graphite, purified 

by heating to redness. 

Quartz. 

For 2 minutes at 8 amp. in a CO
2 

atmosphere, using 

D.C. excitation. After the exposure the whole sample 

was consumed, and all the refractory Zr0
2 

was distilled 

off. 

Manually maintained at 10 mm. 

photographed. 

Ilford N 50. 

The middle 7 mm. was 

In ID2 diluted with 4 parts water, for 3 minutes at 

24°C. 

/Table 2 ••• 
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TABLE II(Continued) 

Line Regression Standard Relative Approximate 
pail' equation deviation error detection 

s E limit 
X 

Co 3453 y=.6528+.8974x .0599 8.oi 30 ppm. CoO Cu 3307 

Cr 4254 y= • 3494+. 7565x .0789 10 .sp~ 30 ppm. Cr2o
3 Cu 3307 

Fe 3401 y=-.8819+.9755x .0528 7 .0% 1000 ppm. Fe2o3 Cu 3307 

Ni 3
1
422 y=.5691+.8597x .0511 6.8% 30 ppm. NiO 

Cu 3307 

Ti 3371 y=-.1323+.860lx • 0703 9.4% 1000 ppm • Ti02 Cu 3307 

Zr 34381 y=.1230+.8386x .1395 18.9t 100 ppm. Zr02 Cu 3307, 
I I 

/Table 3 ••••• 
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TABLE III 

OPERATilIG CONDITIONS FOR THE DETERMINATION OF Ag, Cu, Pb 2 and Sn. 

Standards: The Quartz mixture containing lO'fa muscovite. 

muscovite was added to allow for the small 

amounts of alkali metals present in the sericite 

and chlorite in the samples of ore. To this was 

added !mown quantities of Ag, Cu, Pb and Sn. 

Internal standard K
2
so

4 
containing 2% In

2
o

3
• One part of this 

and buffer: mixture was added to 100 parts of sample. 

Sample: Ground portions of Dominion Reefs Mine conglo­

merate. This consisted predominantly of 4uartz. 

The elements Cu and Pb were present mainly as sul­

phides, Sn as an oxide,and Ag both in gold and 

.Anode: 

Cathode: 

Optics: 

Exposure: 

Gap: 

Emulsion: 

Development: 

in sulphides • 

Cut from ''National" spectrographic graphite. 

Crater 4mm. deep and 2.5 mm. in diameter, and 

walls of 0.5 mm., purified by heating to redness. 

Pointed ''National" spectrographic graphite, 

purified by heating to redness. 

Quartz. 

For 1 minute at 7 .Amp, using D.C. excitation. 

The exposure was discontinued after complete 

distillation of the alkali elements. 

Manually maintained at 10 mm. The middle 7mm. 
was photographed. 

Ilford N 50. 
In ID2 diluted with 4 parts water, for 3 minutes 

at 24°C. 

/Table ) ••• 
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TABLE III(Continued) 

Line Regression Standard Relative Approximate 
pair equation deviation error detection 

sx E limit 

~ 3280 Due to self reversal no regression l ppm. Ag In 3256 equation calculated 

Cu 3274 y=2.9190+.7589x .0411 5.5% 3 ppm. Cu0 In 3256 

Pb 2833 y=l.0674+.598lx .0703 9-0% 
j 

Pb0 In 3256 ·10 ppm. 

Sn 3115 y .. 1.6939+. 7256x .0416 5.6% 3 ppm. Sn02 In 3256 
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TABLE IV 

OPERATING CONDITIONS FOR THE DETERMINATION OF Ce, La 2 Nd, Pr .and Y 

Standards~ Mixture of 90% quartz and 10% muscovite. To this 

was added known quantities of the oxides of the 

rare earths analysed for. 

Internal stan- Specpure graphite powder containing 0.1% Zro2 • 

dard and buf- One part of the sample was mixed with ten parts of 

m: the graphite-zirconia mixture, In a few samples Zr 

was already present in significant amounts, and to 

these less Zro2 was added in order to maintain the 

total Zr-content at a constant leve1.·l 

Sample: Ground, heated, and reground portions of Dominion 

Reefs Mine conglomerate. Most of the rare earths in 

the samples were present in the phosphate mineral, 

monazite. 

.Anode: 

Cathode~ 

Optics: 

Exposure: 

Emulsion: 

Development: 

Cut from ''National" spectrographic graphite • The 

crater was 6 mm. deep with a concave bottom, and 5 mm. 

in diameter. The crater walls were 0.5 mm. thick. 

Tb.is crater took 0.1 gm. of the sample-graphite mixture. 

Graphite rod, 6 mm. thick, and having an ellipsoidal 

point. 

Glass. 

For 90 secs. at 20 .Amp. in an atmosphere of CO 2 
Due to the high current intensity used, selective 

volatilisation was counteracted as is also proved by 

the fact that no glass beads were formed. During 

the exposure about 9C/f.; of the powder loaded into 

the anode was consumed. 

Manually maintained at 5 mm. 

photographed. 

Ilford N 50. 

The middle 3.5 mm. was 

In ID2 diluted with 10 parts of water, for 10 minutes 

at 24°c. 

* Sample l(e.) •s first diluted with pure quartz powder. In samples 

l(a), 2, 15 and 16 dilution was used to mini• :lza the effect ot the low 

precision or the spectrographicall7 detemined Zr values. 
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TABLE IV ( Continued) 

Line Regression j Standard Relative Approximate 
pair equation !deviation error detection 

I s E limit I :x: 
l 

Ce 4138 y=.0527 + .9093x 
I .0405 5 .4% .1% Ce02 
. 

Zr 3999 ' 
I 

Ce 4134 l 

Zr 3999 y=.0962 + .917 3x I .0387 5.1% .1% Ce02 l 

I 

La ~3J4 y=.6963 + 
I 

.0469 6 .Yjo .05% La2o3 Zr 3999 .9201x l 
! 

Ncl ~61 
I 
I, 

.03% Nd2o3 y=.1307 + -9325x i .0516 6.9% Zr 3999 
I 

I 
Nd 4102 : y= .1153 + .8977x I .0475 6 -3% .03% Nd2o3 Zr 3999 ! 
Pr 4101 ' I 1 .1% y=.2007 + .8987x ! .0577 .1% Pro

4 Zr 3999 I I l 

Y 4315 I I ! 

Zr 3999 y=l. 2313 +l .107 Bx f .0531 ! 7 .1% I 30 ppm. Y2o3 . 
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In these tables· (II,III,IV) the regression equation is 

expressed as: 

y = a+ ~x, 

where y is log Intensity of analysis line 
Intensity of internal standard line 

xis the log of the concentration of the element analysed for, 

and a and~ are constants. 

The constants a and~ for every line pair used were calculated 

according to the formulas: 
n 

. ! (y.. -y) (x. 
~ :: 1=1 l. ]. 

n 
. El (x. - i)2 
l.= -i 

a = y - ~i 

- i) 

where y and i are the average values for y and x (Shaw et al. 1954, 

P• 111). 

The standard deviations and relative errors were calculated 

as follows: 

For the three y-values obtained for sample 1, a mean 

value y, and three deviations, (y1 - Yr), (y 2 - y1), and (y3 - j 1 ) 

were calculated. The same procedure was adopted with samples 2, 3, 

and so on to sample m, and deviations (y4 - Yr1 ), (y5 - Y11 ) •··· 
to (y - y) were obtained. n m 
The standard deviation of y was then obtained from: 

s = y 
n - m 

where n is the total number of analyses, and m the total number of 

sample means used. 

Ille standard deviation of x was derived from: 
s s =..z_ 

X ~ 

The relative error based on the geometric mean of three 

determinations, was calculated as follows: 

E= 100 antilogfrx + Sx) - antilog (i - S~} 
2.rs- antilog i 

(See Shaw, 1960, p. 467) /This •....... 
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This simplifies to: 
2 

E = 28.8684 z - 1 
z 

where z is the antilog of s . 
X 

This "relative error" is thus closely related to the 

relative deviation, lOO S usually reported as a measure of 
/n i: 

precision in spectrographic analysis. The relative deviation 

is considered to be an unrealistic measure of precision for spectro­

graphic data, as it takes no cognisance of the lognormal distribution 

of the spectrographic error {Ahrens, 1961, p.118). 

From exposures on moving plates it was established that the 

elements Co, Cr, Fe, Ni and Ti, when arced according to the conditions 

listed in Table II had volatilization trends similar to that of Cu. 

The intensity of the analysis lines reached a maximum soon after 

arcing was commenced, and decreased to small values just before 

the entire sample was consumed. The use of copper as an internal 

standard for these elements was therefore justified. 

The distfilation trends of Zr {Fig. 1) and Nb differed 

appreciably from that of Cu. The intensity of their analysis lines 

increased slowly as arcing proceeded, and when nearly all of the more 

volatile elements were consumed, their intensities increased sharply 

towards a maximum. The analysis lines persisted for a short time 

even after the entire sample was consumed. Accordingly arcing was 

prolonged for a few seconds after completion of the samples. 

Even when using this total distillation method the use of 

Cu as an internal standard for Zr was not as euccessful as with Ti, 

Cr, Fe, Co and Ni, as proved by the relative errors listed in Table II. 

The development of a better speotrographic method for Zr was not 

considered to be justified for the present investigation, as the 

variation in Zr-values from a low value of 0.21% to a high value of 

1.6~ in the different samples is of such a high magnitude that 

compared to it the speotrographic error can be regarded as insignifi­

cant. 
/In the ••• 
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Figure 1. Volatilization trends of Cu, Fe, Ti, and Zr when arced according to the 

conditions specified in Table 2 
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In the method applied to the volatile elements listed in 

Table III several difficulties were encountered. Some of these 

elements (Zn and As) had unsatisfactory detection limits, and could 

be determined in only a few samples. The excitation of the volatile 

elements was also affected appreciably by variations in the matrix. 

The large amounts of sulphur present as sulphides in some samples 

had an adverse effect on the precision. Heating of the samples to 

drive off the sulphur is not advisable, as some of the volatile 

elements could be distilled off simultaneously. 

Various methods had been proposed in the literature to 

minimize the matrix effect. It is claimed for instance that the 

Stallwood jet (Stallwood, 1954; Hawley et al., 1956) improves precision 

and accuracy. However, this involves a considerable loss of sensitivity. 

The addition of large amounts of buffers is a technique often 

resorted to. Several buffers consisting of alkali metal salts were 

tried, but the concomitant loss of sensitivity due to dilution made 

the determination of many elements in the present suite of samples 

impossible. The results obtained by using the method described by 

Ahrens (1954) are listed in Table V. The precision obtained for 

the volatile elements given in Table III is satisfactory, but the 

concentrations of AB and Zn in many of the samples were below the 

limits of detection. 

The rare earth elements listed in Table IV are present in 

appreciable amounts in many of the samples. Large amounts of C 

were added as buffer, and as shown by exposures on moving plates 

selective volatilization was absent when the samples were burnt 

at 20 amps. in an atmosphere of CO2 • This method resulted in 

detection limits of only 0.03% to 0.3% for most of the rare earths 

except for Y. The detection limits of 30 ppm. for this element 

enabled its determination in all the samples. 

(2) Contamination 

Contamination is a possible cause of inacc_uracy and to avoid 

this hazard it was necessary to take special precautions. To test 

for contamination pure quartz crystals were ground at intervals in 

the same mortars and under the same conditions as the samples, 
and portions of the quartz powder were analysed spectrographically. 

The following elements were usually detected: Al, Fe, Cu, Band Mg. 

/The aluminium •••••• 
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The aluminium was evidently derived from the mullite 

mechanical mortar used for the fine grinding. As aluminium was not 

analysed for quantitatively, the trace amounts of this element added 

to the samples did not affect the results. 

The small amounts of iron were evidently derived from the tools 

used in crushing the samples. In every case the amount of iron by 

which the quartz was contaminated was estimated to be of the order of 

XO ppm. As the samples of conglomerate were easier to crush, and 

contained less jagged tough splinters of quartz than the pure quartz 

crystals, the level of contamination of the sample is considered to 

be less. The smallest amounts of iron found in the conglomerate 

samples, viz. 4290 ppm. is already of such a magnitude that the 

contribution of iron by contamination can be regarded to be negligible. 

Copper lines were just visible in some instances. The source of 

the copper contamination is unlmown. It is considered that the con­

tribution of copper by contamination may be significant in those samples 

in which less than 5 ppm. of Cu.O were found. In Table Vall copper 

values thought to be suspect due to contamination appear in brackets. 

Boron and magnesium were not analysed for, and the presence of 

their lines in the spectra did not cause any complications. They 

could have been present in the electrodes employed. 

(3) Coincidenses of lines 

The lines used in the analysis and listed in Tables II, III, and 

IV were chosen only after careful consideration of possible coincidences 

of lines of other elements also present in the samples. As pointed 

out by Ahrens (1961, p. 73) some publications contain errors because 

line coincidences were overlooked. One cause of this type of mistake 

is that too much weight is attached to the relative intensities 

listed for lines in the M.I.T. Tables. 

In a few examples the use of analysis lines which contain 

interfering lines could not be avoided and in those examples a 

correction was applied according to the method described by Ahrens 

(1961, p. 167). Examples are Zr 3999.0 which had to be corrected 

for Ti 3999.0, Cu 3273.96 which coincides with Fe 3274.4, and Y 
4374.9 which coincides with a c2 line:t The latter example will be 

described in more detail below. 

* (The iron line (Fe 3174.96) coinciding with Sn 3175 oh d • a a negligible 
effect in the samples employed 
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Figure 2. Working curve for Y4375· W>Wing its form after correction was made for 

a coincidence of a rotational compound of the Swan System of c2 bands. 

Each point plotted is the mean of three values. 
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Some lines of the rare earths fall within the cyanogen 

bands. Arcing was therefore carried out in an atmosphere of 

co2, which resulted in the elimination of the cyanogen bands. 

Under the conditions of arcing however, the Swan System of c
2 

bands were developed intensely (Plate 1). One of the rotational 

compounds of the system having its head at 4382.5i and degraded 

towards the violet end of the spectrum coincides with Y 4374.9. 
Correction could be applied by measuring a nearby compound at about 

4374.5i, which is of nearly the same intensity as the interfering 

compound. The intensity ratio of these compounds was first determined 

on spectra containing no Y-lines and this ratio was then subsequently 

employed for the correction (Fig. 2). 

III. lmSULTS OBTAINED 

The results of all the spectrographic analyses, as well 

as chemically determined P
2
o
5

, ThO
2

, and u
3
o8 are listed in 

Table V. The gold values were supplied by the management of 

the Dominion Reefs Mine. 

Values thought to be somewhat suspect, due to matrix 

effects, contamination effects, or values close to the threshold 

of detectibility are also included in Table Vbut are given in 

brackets. 

IV. DISCUSSION OF RESULTS 

A. INTRODUCTION 

Previous workers on the Dominion Reef based their theories 

mainly on stratigraphical and mineralogical evidence and also on 

the available geochemical evidence which was mainly limited to the 

distribution of gold, uranium, and to a certain extent, pyrite and 

platinoids. Although a vast amount of literature is available 

on the genesis of the Witwatersrand ores in general, the work dealing 

specifically with the Dominion Reef is of a very limited nature and 

geochemical work is almost lacking, except for the elements mentioned 

above. 

The most salient features of previous theories can be 

summarized as follows: 

/The detri tal ••• 
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Sample Au 
No. log 

dwts. 

l(a) 2.11 
l(b) -
2 1.00 
3 -
4 -
5 0.18 
6 0.53 

; 
7 -
8 0.34 
9 1.73 
10 -
11 1.37 
12 -
13 1.49 
14 1.90 
15 0.18 
16 0.18 
17 2.00 
18 -
20 -

16 

TABLE VI 
LOGARITHMS OF CONCENTRATIONS OF ELEMENTS nr VARIOUS S.AMPLES FROM THE DOMINION REEFS MmE (:BASED ON THE 

RESULTS GIVEN IN TABLE 5 ) 

-

CuO I CoO Cr2o
3 ' NiO PbO I P205 Sno2 

I Tb.02 TiO U308 Zro2 
I Y2o

3 
t 

Fe2o
3 I 2 log% log% log 'I, log 'fo log% log% log% log% log 'fo log log% log 'fo log%· 

u'/ 7.J 

-1.09 -0.55 -0.35 0.98 -0.61 -0.89 0.08 -0.49 0.28 o.83 1.00 -0.22 0.03 
-1.25 -1.89 -1.77 0.43 -1.69 -o. 76 -1.05 -1.89 -1.30 -0.40 -0.47 -1.39 -1.29 
-1.03 -0.95 -0.42 1.21 -0.87 0.05 0.04 -1.25 -0.19 0.50 0.44 -0.22 -0.19 
-3.32 - -1.40 -.22 - -1.67 -0.92 -3-34 -1.57 -0.31 -1.85 -1.16 -1.64 
-3.29 - -1.97 0.21 - -2.51 -1.40 -3.03 -2.10 -0.63 -1.82 -1.55 -1.24 
-3.25 - -1.91 0.10 - -2.91 -1.30 -3.37 -2.10 -0.67 -2.70 -1.51 -2.34 
-4,35 -1.61 -1.09 o.86 -1.54 -1.08 -0.57 -2.56 -1.09 0 -0 .. 92 -0.89 -1.04 
-2.56 -2.47 -1.95 -,37 -2.18 -3.16 -1.15 -3.36 -2.52 -0.65 -2.22 -1.67 -2.21 
~2.64 : -2 .17 -1.89 1.00 -2.07 -2.71 - -3.15 -1.92 -0.19 -2.22 -1.53 -2.00 
-2.03 -1.96 -2.18 0.04 -2.14 -1 .. 58 - -2.78 -2.84 -o.66 -1.92 -1.78 -1.77 
-2.37 -L55 -1.82 o.86 -1.62 -1.87 - -2.71 -1.92 -0.31 -1.59 -1.46 -1.55 
-2.79 -1.34 -2.02 :..31 -1.49 -0.75 -1.05 -2.44 -1.12 -0.44 -0.38 -1.68 -1.28 
-1.80 -1.78 -1.98 0.43 -1.93 -1.27 - -2.92 -la92 -0.55 -2.05 -L55 -1.80 
-3.05 -1.51 -1.70 ,_O. 43 -1 .. 64 -0.92 - -2.32 -1.77 -0.51 -1.11 -1.32 -1.60 -- -
-2.04 -1.58 -1.92 0.32 -1.69 -0.96 -1..22 -1.22 -1.52 -0.51 -0.85 -1.56 -1.47 
-2.39 -1.31 -0.62 0.96 -1.32 -1.22 -0.12 -2.64 -0.68 0.48 -0.11 -0 .. 28 -0.60 
-2.62 -1.38 -0.77 o.88 -1.35 -1.35 -0.12 =2063 -0.10 0.45 -0.72 -0.27 -0.55 ! 

-3.47 - - - - -1.38 - -2.32 -1.40 - -0.77 - -1.26 
-3,14 -1.95 1-1.94 0.04 -2.11 -2 .52 - -3.16 -2.10 -0.58 -0.82 -1.68 -2.12 
-3.56 -2.11 ,-1.83 -.28 -2.04 -2.92 - -3 .. 49 -2.10 -0.51 -2.05 -1.40 -2.28 I 

I 
I 

Ceo2 La
2

o
3 

Nd 2o
3 

Pro
4 log log log 'fa log% o/; o-f 

70 

0.51 ·0.27 0.18 0.08 

-0.92 -1.12 - -
0.32 0.05 -0.13 -0.51 

-0.89 -1.09 - -
- - -1.12 -
- - 1.03 -

-0.43 -0.66 -0.77 -0.89 

- - -1.04 -
- - - -
- - - -
- - - -
- - - -
- - - -
- - - -
- - -1.07 -

0.07 -0.17 -0.35 -0.68 
0.12 -0,14 -0.30 -0.64 

- - - -
- - - -
- - - -
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1. The Detrital Theory 

The following different vari~nts of the detrital theory are 

propogated by its exponents. 

(a) As conceived by Liebenberg (1955, p. 167), and Ramdohr 

(l958, P• 42) the minerals uraninite.gold and most of the sulphides 

are of a detrital origin, but the gold and sulphides show the results 

of later metamorphic influences which induced them to change their 

original detrital forms by plastic flow and limited hydrothermal 

redistribution, whereas uraninite, chromite, cassiterite and 

monazite released strain by cataclasis. 

The uraninite grains are considered as having been derived 

from granitic rocks, pegrnatites, and high temperature veins. 

The interpretation advanced in Part I of this thesis is in 

accordance with the views expressed by Liebenberg, Ramdohr and also 

in general, by Malan (1959, p. 58). 

It must be emphasized, however, that none of the detritalists 

could escape from the conclusion that certain elements, as they now 

appear in the Witwatersrand and Dominion Reef bedsj were brought in 

hydrothermally. In the samples described in Part I of this thesis 

the present author also came to the conclusion that the sphalerite, 

a small portion of the galena, and also some pyrite were introduced 

by hydrothermal solutions. These minerals were deposited in tiny 

veinlets and porous zones and did not permeate the conglomerate. 

The galena and pyrite occurring outside these veinlets are of another 

textural variety and are not considered to be genetically connected 

with the veinlets. As this hydrothermal action only affected 

small portions of the conglomerate, and were of a limited extent, 

lateral secretion may be called upon to ex.plain their origin, as 

opposed to hydrothermal solutions which originated from a deep­

seated magma. 

~b) Another vari.Gnt of the detrital theory was proposed 

by Koen (1961, p.23). He interpreted the uraninite as representing 

detrital nodules precipitated in ancient marshes, and redistributed by 

wave action. Koen expressed no views on the origin of the sulphides 
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and the gold. However, he is of the opinion that chromite and 

zircon in the conglomerate are detrital minerals. 

Koen's views can thus be regarded as adapting the detrital 

theory to an origin from terrestrial waters by precipitation of the 

uraninite. 

(2) The Groundwater and H.ydrothermal Theory 

In addition to the theory advanced by Koen as outlined above, 

Davidson, (1964 (a), p.175, 1964 (b), p.177), also subscribes to the 

idea that uraninite was precipitated from groundwaters. However, 

according to him, precipitation occurred in the conglomerate after 

its deposition. Similar views were proposed by Derry (1960, p.926) 

and Joubin (1960, p.1751) for the uraninite in the Blind River ores, 

Canada. 

Two further modes of origin were suggested by Davidson for the 

other constituents of the Dominion Reef, viz. a hydrothermal origin 

for gold and sulphides (Davidson, 1962, p.159) and a detrital origin 

for chromite and zircon. Davidson's theory can, therefore, strictly 

be regarded as polygenetic. 

B. SYMPATHETIC VARIATIONS 

The geochemical data presented in Table V includes the 

distribution of a number of elements in addition to uranium, gold and 

pyrite. As will be shown below a clear conception of the processes 

which gave rise to this pattern of element distribution may shed new 

light on the origin of the host minerals. 

The authors referred to above are unanimous on one point only 

viz. that the minerals zircon, chromite, monazite, cassiterite, and 

the ilmenite from which leucoxene was derived are of detrital origin. 

Furthermore they subscribe to the premise that elements which display 

a sympathetic variation have a common origin (Liebenberg, 1955, p. 215 

Davidson, 1957, p. 678, Koen, 1961, p. 42). These two premises were 

accordingly accepted as guiding principles in trying to interpret the 

distribution pattern of the elements listed in Table V. 

/Previous ••••••• 
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(1) Previous Uork 

The words "sympathetic variation" or "sympathetic relationship" 

have been used by various workers on the Witwatersrand ores in the 

past, most commonly in connection with gold and uranium values in the 

banket (Liebenberg, 1955, p. 215; Simpson, 1951, p. 131; Malan, 1959, 

p. 83). These authors evidently accept the term to mean that in the 

auriferous conglomerate an increase in gold is associated with an 

increase in uraninite and vice versa. 

According to Ramdohr (1958, p. 42)' •• the rare components 

like gold, ''Uranpecherz", and platinoids, are often concentrated 

together, which of course would be expected according to every placer 

theory." However, Koen (1961, p.42) claims''.•• wide fluctuations in 

the relative abundance of uraninite and other heavy detrital minerals 

(as opposed to the virtually constant ratio between minerals such 

as zircon and chromite in the same reef) 11
• 

'l'he statements of the authors favouring a sympathetic relation­

ship of gold and uranium are usually based on the critical examination of 

polished sections. In some instances attempts are made to illustrate thj 

sympathetic relationship by means of histograms (Malan, 1959, Plate 2). 

In these instances the tendency of an increase in, say, uranium values 

in the ores to be associated with an increase in, say, gold values, is 

disturbed by other variations, and a critical reader may be reluctant 

to agree that a sympathetic relationship does exist, or that it is 

significant. The conclusion in these examples that such a relationship 

is significant must be regarded as purely subjective • 

.As shown by Papenfus (undated thesis, p. 53) the ratio of 

the monthly production· of gold and osmiridium at Government G.M. Areas 

and New State Areas tends to remain constant as long as milling is 

confined to one reef only. Papenfus interpreted this nearly 

constant ratio as proof that gold and osmiridium grades varied sympathe­

tically • 

.Another term "sympathetic ratio", used by Cousins (1956, p.95) 

is defined by him as the similarity in distribution curves of two sets of 

values when plotted as cumulative logarithmic values on a probability 

scale. Such a similarity simply means that the dispersion of the 

logarithms of the two sets of values, which could for instance be 

/expressed ••••• 



Digitised by the Department of Library Services in support of open access to information, University of Pretoria, 2022

20 

expressed as standard deviations, is the same. The "sympathetic 

ratio" used by Cousins is thus completely different from what should 

be understood by the words "sympathetic variation" as used by 

Liebenberg and others. In the final issue, the judgement as to whether 

the curves as plotted by Cousins are sufficiently parallel, or show 

sufficiently similar patterns or not, is also subjective. 'Ihe relation-

ship which may exist between pairs of values obtained from the same 

samples is lost b~ Cousins' treatment. In the opinion of the author it 

is a moo.,t point whether similar dispersions in two sets of values 

necessarily indicate a common or a similar causality, or even a 

sympathetic variation. It is too probable for unrelated sets of values 

to have similar dispersions, as also shown, for instance, by Koen 

(Discussion of paper by Cousins, 1956). 
Sympathetic variations in the sense as used by Liebenberg can 

most clearly be illustrated by means of scattergrams as illustrated in 

F.i.gs. 3 and 4. In these diagrams logarithms of the values are used for 

the following reasons: 

(a) On a linear scale variations of the same size, say,~, 

of small values and large values do not appear to be of the same size. This 

distortion is eliminated on a logarithmic scale. 

(b) In Cousins' paper (1956, p. 107) the examples of 

cumulative frequency curves of ore values for deposits of hydrothermal, 

pneumatolytic, magmatic and placer origin, as well as gold, pyrite, 

and uranium values from the Witwatersrand.,all conform closely with the 

lognormal distribution. It is highly probable that the value distri-

butions of the minor components of the Dominion Reef are also 

lognormal, and they should therefore be handled on a logarithmic scale. 

In Table VI the logarithms of the values of Table V, expressing 

all the values as percentages, are listed. For gold, the logarithms 

of the dwt. -vaJ.llCJ: are given. The elements Ag, Mo, Nb and Zn are 

omitted, as all the values reported for these elements are regarded 

as approximate only. The logarithmic values can now be used to prepare 

scattergrams, such as the ones shown in Figs. 3 and 4. 

/(2) Correlation •••• 
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Figure 3. SCattergram~ illustrating high correlations of Zr and Cr, Ti and Cr, 

and Ni and U. 
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figure 4. Scattergrams showing correlations of Pb and U, Cr and U, and Ti and U. 

The degrees of correlation are lower than in figure 3. 
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TABLE V 

RESULTS OF SPECTROGRAPHIC .AND CHEMICAL ANALYSES OF SAMPLES FROM THE DOMINION REEFS MINE 

Sample Ag Au ·:t CuO coo Cr
2
o

3 No. 

l(a.) 

l(b) 
2 

3 

4 

5 
6 

1 
8 

9 
10 

11 

12 

13 

14 

15 

16 

17 

18 

20 

ppm. dwt. 
/ton 

ppm. ppm. ppm. 

(10) 130 815 2830 4500 

- - 560 130 170 
(30) 100 928 1110 3800 

- tr. ( 4.8) tr. 400 

- tr. (5.1) - 110 

- 1.5 (5.6) - 120 
( 2) 3.4 { .44) 250 820 
( 3) tr. 28 (34) 110 

- 2.2 23 {68) 130 

- 54 93 lh .. 65 
( 1) tr. 43 280 150 
( 2) 23.4 16 460 95 
( 3) tr. 16 170 100 
( 4) 30.8 9.0 310 200 
( 6) 79.5 90 260 120 
( 2) 1.5 41 490 .. 2400 
( 2) 1.5 24 420 1700 
( 3) 99 (3.3) n.d, n.d. 

- tr. (7.2) 110 110 

- tr. (2.8) (77) 150 

* : Values obtained by :r,.re assay 

(l)s Values obtained chemically 

Fe2o
3 

NiO Pb02 
p\~) 

~ 5 % ppm. ppm. 

9.58 2500 1300 1.2 
2.67 210 1700 0.09 

16.1 1400 11100 1.1 
0.61 - 210 0.12 
L64 - 31 0.04 
1.26 - 12 0.05 
7.24 290 830 0.27 
0.43 (66) 69 0.07 

9.92 (85) 20 n.d. 

1.10 (7 3) 260 n.d. 

7.18 240 130 n.d. 

0.49 320 1800 0.09 
2.69 120 540 n.de 
2o7l 230 1200 n.d. 

2.07 200 1100 0.06 

9.17 480 600 0.75 
7.53 450 450 0.75 
n.d. n.d. n.d. n.d. 

1.10 (78) 30 n.d. 

0.53 (91) 12 n.d. 

The remainder of the values was obtained spectrographically 

n.da Not determined 

- : Below the limits of d&tection 

.. 
Sn02 Ttia 1 Ti0

2 u\~' ZnO Zr02 MoO Nb
2
o

3 2 ,,;:3 8 ppm. ppm. o; ,o ppm. ppm. ppm. ppm. 

3200 19000 6.61 9.98 - 16500 - -
130 500 0.40 0.34 - 410 - -
570 6500 3.15 2.78 (290) 6100 (500: -

( 4.6) 270 0.49 0.014 - 690 - -
(9.4) 80 0.24 0.015 - 280 - -
( 4.3) 80 0.21 0.002 - 310 - -

27 810 1.00 Ool2 - 1300 - -
(4.3) (30 0.22 0.006 - 2100 - -
(7.1) 120 0.65 0.006 - 300 - (300) 

17 (20, 0.22 0.051 (70) 160 - (200) 
20 120 0.49 0.026 - 350 - ~600) 
36 750 0.36 0.42 - 210 - (1100) 
12 120 0.28 0.009 (700) 280 - (400) 
48 170 0.31 0.078 (170) 480 - (600) 

610 300 0.31 0.14 (250) 280 - (1000) 
23 2110 2.99 0.17 (30) 5200 (200: (4000) 
23 2000 2.81 0.19 (30) 5400 (200: (3000) 
48 400 n.d. 0.17 n.d. n.d. - 'n.d. 

(6.9) 80 0.26 0.15 - 210 - (200) 
(3.3) 80 0.31 0.009 - 400 (100) -

Y203 
% 

Ce02 % 1;203 . Nd2o.) 
% 

Pr04 
% 

l.07 3.25 1.86 1.53 1.19 

0.051 0.12 0.076 - -
o.65 2.07 1.13 o. 74 0.)1 

0.023 0.13 0.081 - -
0.058 - - 0.076 -
0.0046 - - 0.094 -
0.091 0.37 0.22 0.17 0.13 
0.0062 - - 0.091 -
0.010 - - - -
0.017 - - - -
0.028 - - - -
0.053 - - - 0.090 

0.0161 - - - -
0.025 - - - -
0.034 - - 0.086 -
0.25 1.18 o.67 0.45 0.21 

0.28 1.31 0.72 o.so 0.23 
0.055 - - - -
0.0076 - - - -
0.0052 - - - -
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(2) Co:rr.ela,tion Coefficients 

In order to ex.press the intensity of the relationship as 

revealed in the scattergrams quantitatively, and to judge objectively 

whether this relationship is significant, use was made of the product­

moment correlation coefficient. Estimates of the coefficient •ere 

calculated according to the formula: 

N N 

LXi [½ 
r = 

{ N {xf (t x1 
2y Nix~ -{;xJj ½ 

where r is the estimate of the correlation coefficient, x
1 

and x
2 

are 

the logarithms of the concentrations of element 1 and 2 determined on 

the same sample J' and N is the number of value pairs used ( Young, 1962.,p .130) 

The correlation coefficients always have values lying between +land -1. 

A value of +l indicates that a perfect quantitative relationship exists 

between the two sets of data used, and a value of -1 indicates that 

a perfect inverse relationship exists. Values of the correlation coef­

ficient above 0.7 (or below -0.7) can be regarded as indicating a high 

degree of correlation, whereas for values below about 0.5 (or above -0.5) 

the degree of correlation would be weak. 

absence of correlation. 

A value of O indicates the 

A clear distinction must be made between the actual correlation 

coefficientP of a population, and an estimate of the correlation 

coefficient, r, which is calculated by using a limited sample of the 

population. 

The precision of the estimate, r, of the correlation coefficient 

is dependant on the number of samples used, and is easily evaluated from 

the data given in Table VII, using standard methods, for instance as 

illustrated by Snedecor (1961, p.175). Choosing conditions comparable 

to those of m8J\Y of t·he values of Ts.b1o VII viz.. r = 0 .80 and N = 20, the 

95% confidence limits of the correlation coefficient can be shown to be: 

0.755 ~ e ~ 0.838, where C is the correlation coefficient, as opposed 

to its estimated value, r. For the values calculated from a smaller 

number of value pairs, i.e. where N is much smaller than 20, the 95% 

confidence limits will be farther apart than in the example above. 

/In order ••• 
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In order to judge whether an estimate of the correlation 

coefficient is significant or not, use was made of tables published 

by Fisher and Yates (1957, p. 59). The levels of significance obtained 

were also entered in TableVII. A level of significance of 0.1%indicates 

that the chances of obtaining an estimate r, of the correlation coefficient 

as high as the one actually listed in TableVIIfrom the limited set of data 

used, assuming that the variations are actually random and unrelated, 

is less than 1 in 1000. Similarly, levels of significance of 1%, 5t 

and 10% indicate chances of 1 ih a 100, 1 in 20 and 1 in 

10 of obtaining such a high r value where Pis actually O. Where the 

chances are lees than 1 in 10, the letters n.s. were entered, meaning 

that the estimated correlation coefficient is not significant. 

However, in cases where the estimated correlation coefficient 

found is not significant, the assumption cannot be made that no 

correlation exists. It simply means that the data available are not 

sufficient to establish whether such a correlation does or does not 

exist. Similarly, a high r value calculated from a few pairs of 

values may not be significant, or may have a low level of significance, 

whereas a low r value calculated from many sets of values may be very 

highly significant. 

By using the above method, the judgement as to whether a corre­

lation is significant or not is thus no longer subjective. In this 

sense also, a sympathetic variation of two elements can be defined as a 

positive correlation which can be sho-wn to be significant. 

Reference to Table VIIehowsthat many of the 101 pairs of elements 

listed possess significant correlations, 45 of them on the 0.1% level. 

(3) Interpretation of Correlations 

In the interpretation of the significant correlations due attention 

should be given to the following possible causes: 

(i) Elements present in the same host minerals can be expected 

to exhibit a high degree of correlation. 

(ii) Elements introduced simultaneously into the ore by the 

same mechanism can be expected to have significant correlations. 

Elements having closely similar geochemical properties 

usually will occur in the same mineral species and partake in the same 

/processess •••• 
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TABLE VII 

ESTIMATED CORRELATION COEFFICIEN'IB FOR 101 PAIRS OF ELEMENTS 

IN 20 SAMPLES OF CONGLOMERATE FROM THE DOMINION REEFS 

MINE 

l 
Cu Co Cr Fe Ni Pb p Sn I Th Ti u Zr 

I .. "' 
\ .33 .29 -.15 -.31 .12 .43 -.05 .64 · .01 -.13 .42 -.30 

12 10 11 11 10 12 8 12 12 11 12 11 
'-n .s. n.s. n.s. n.s. n.s. n.s. n.s 5% n.s. n.s. n.s. n.s. 

\ 
' .41 .29 .38 .44 .48 .41 .65 .38 .38 .47 .29 

16 19 19 16 20 12 20 20 19 20 19 
n.s. n.s. n.s. 10%, 5% n.s. 1% 10% n.s. 5% n.s. 

" 

\ .77 .59 .96 .78 .16 .80 .88 .16 .87 .75 
16 16 16 16 9 16 16 16 16 16 

.1% 2% .1% .1% zfo .1% .1% .1% .1% .1% 

\ .68 .87 .52 .98 .55 .89 .96 .10 .99 
19 16 19 12 19 19 19 19 19 
1% .1% 5% .1% ~ .1% .1% .1% .1% 

\ .64 .47 .82 .52 .56 .75 .51 .70 
16 19 12 19 19 19 19 19 
1% 5% 1% 5% 2% .1% 5% .1% 

\ • 72 .84 .80 .95 .87 .88 .85 
16 9 16 16 16 16 16 
1% 1% .1% .1% .1% .1% 1% 

'\ .59 .77 • 70 .52 .77 .51 
12 20 20 19 20 19 

5% .1% .1% 5% .11, 5% .. '• 

\ .51 .90 .99 .73 .97 
12 12 12 12 12 
l()}f .1% .1% 1% .1% 

" 

\ 
~ 

• 7 4 .59 .85 .51 
20 19 20 19 

.1%1 1% .1% 5% 
l 

\ .91 .86 .87 
19 20 19 

, .1% .1% .1% 

\ 
.65 .96 
19 19 
1% • 1% 

" 

\ 
.66 
19 
1% 

\I 

y 

.10 
12 

n.s. 

.44 
20 

10% 

.54 
16 
5% 

.86 
19 

.1% 

.68 
19 
1% 

.59 
16 
5% 

.75 
20 

.1% 

.87 
12 

.11, 

.75 
20 

.1% 

.90 
20 

.1% 

.88 
20 

.1% 

.84 
20 

.1% 

.86 
19 

.1% 
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TABLE y.:q.{continued) 

y Ce La Nd Pr 

~ 
.98 .98 .93 .90 

y 7 7 9 5 
.1% .1,t .1% 5% 

Ce 

La 

Nd 

KEY u 
t ----

~ 
1.00 .99 .87 

7 5 5 
.1% 1% 5% 

~ 
.99 .88 

5 5 
1% 5% 

~ 
.93 
5 
5% 

U and Co: pair of elements tested for correlation. 

.87 : Estimated correlation coefficient, r 

Co~ 16 

1% 
Number of pairs used for calculation 

Level of significance, i.e. the chance that r will 
be greater than the values given. 

n.s. Not significant 
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processes of concentration. Thus two or more causes may contribute 

to a high correlation in some cases. 

(a) Elements which have common host minerals 

'!he rare earth elements Y, Ce, La, Nd and Pr are present in the 

minerals monazite, uraninite, uranothorite, columbite, betafite, 

euxenite, leucoxene, and zircon. Of these monazite is responsible 

for by far the largest portion of the rare earths. The high estimated 

correlation coefficients for the rare earth pairs in Table VII can thus be 

ascribed to their similar geochemical properties, and their presence 

in the same host minerals. 

Due to their poor detection limits obtained by using the 

equipment and methods described, the elements Ce, La, Nd and Pr could 

be determined in only a few samples. Yon the other hand was measurable in 

every sample used. As Ce, La; Nd and Pr all have high correlations with 

Y, the distribution of Y was taken as an indication of the distribution 
of the other rare earths. 

Tho pair Y and P show a high correlation, which is due to the 
fact that most of the Y is present together with Pin monazite. 

(b) Elements which have detrital minorals as hosts 
.As stated previously the samples from the Dominion Reefs Mine 

contain a suite of typically and undoubtedly detrital ~inerals. The 

distribution of these minerals can be ascertained by determining the dis­

tribution of an element present mainly in one mineral species, and largely 

absent from the other minerals. Such minerals and elements are the 

following: 

Host mineral 

Cassiterite 

Chromite 

Leucoxene 

Monazite 

Zircon 

Element 

Sn 

Cr 

Ti 
p 

Zr 

Although leucoxene must strictly be regarded as authigenic, 

there can be little doubt that the Ti from which it was formed was 

originally introduced as part of an allogenic mineral or minerals, 

among which ilmenite was probably the most important. 

Ten possible correlations for the five elements mentioned 

above can be calculated; these are listed in Table VIII. 

/Table VIIl •. 
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TABLE VIII 

ESTIMATED CORRELATION COEFFICIENTS FOR ELEMENTS PRESENT 

IN DE TRI T AL MINERALS 

p Sn Zr Ti 

Cr .98 .55 .99 .96 
• lo/~ 21~ .1% .1% 

--~ p .51 .97 ,99 
,10% .1% .1%, 

Sn ~ .51 .59 
5% 1% 

Zr ~ .88 
.1% 

' ' 

Six of these pairs have high estimated correlation coefficients which 

are significant at the 0.1% level. 

The highly significant correlations can be attributed to the 

following: Similarly sized detrital minerals are concentrated in 

sediments by the same processes. In traction clogs (Moss, 1963, 

p. 324) the concentration of a rare heavy mineral may actually be 

dependant upon the presence of much more of another heavy mineral species 

of similar size. Closely sympathetic relationships of these minerals 

will result if their relative availabilities r.emain constant. Such 

a very close relationship of the minerals ilmenite, rutile and zircon 

was found for instance by Nelet al.(196O, p. 153) in black sands from 

Umgababa. 

The four pairs which have Sn as one component possess fairly 

low estimated correlation coefficients, between O.51 and O.59, which, 

depending on the number of pairs used in the estimation, is significant 

only at the 1% to 10% levels. Since all the relevant minerals are 

obviously detrita~ possible explanations of these lower, though significant 

correlations are the following: 

(i) The availability of cassiterite relative to that of 

chromite, monazite, zircon and ilmenite {which furnished leucoxene) 

could have fluctuated. A possible reason for such a fluctuation 

could be that the cassiterite was supplied to the sediments from a different 

/source •••• 
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source, relatively close to the basin of deposition, whereas chromite, 

monazite, zircon and ilmenite were contributed from a more distant regio~. 

During transportation these minerals had ample opportunity to become 

well mixed, and to become sorted to similar grain sizes. The cassiterite, 

having been added at a later stage, had not been well mixed with the 

other heavy minerals before its final deposition. 

Such a dual source was advocated also from size and form studies 

(Part I of this thesis). 

(ii) The grain-size distribution of cassiterite could have been 

so different from that of the associated heavy minerals, that the concen­

tration processes, which are size-sensitive, acted somewhat differently on 

the former. Such different sizedistributions were actually demonstrated 

in some of the samples from the Dominion Reef. (Part 1 of this thesis~ 

(c) Elements which have a chalcophile tendency 

Elements which appear in the ores in the form of sulphides are 

Cu, Co, Ni, Pb and the main portion of the Fe. 

these elements are the following. 

The host minerals of 

Element 

Cu 

Co 

Fe 

Ni 

Pb 

Host minerals 

Chalcopyrite, covellite, bornite. 

Cobaltite, arsenopyrite, linnaeite, pyrite. 

Pyrite, marcasite, small amounts of other sulphides, 

leucoxene, ilmenite and chromite. 

Arsenopyrite, linnaeite, cobaltite, pyrite. 

Galena. 

The estimated correlation coefficients of these elements are 

listed in Table IX. 

TABLE IX 

ESTIMATED CORRELATION OOEFFICIEN'IS FOR ELEMENT.3 WHICH HAVE A 

CH.ALCOPHILE TENDENCY 

Co ~,e Ni Pb 

Cu .41 .38 .44 .48 
n .s. lOo/o 5j .. 

Co .59 .96 • 78 
'c/6 .1% 1o1 • /0 

Fe .64 .47 
15~ 5~ 

Ni I .12 
I l~t 

/of these •••• 
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Of these elements the estimated correlation coefficient of Co with Ni is 

by far the highest. In nature, Co and Ni are usually closely associated. 

According to Rankama and Sahama (1952, p. 585) this close geochemical 

coherence is ascribed to their position in the periodic system. 

In polished section the linnaeite is closely associated with 

chalcopyrite, and both the linnaeite and some of the cobaltite grains 

are of such an irregular form that the impression is gained that 

they are of hydrothermal origin. However, arsenopyrite and most of 

the cobaltite occur as discrete grains, which may conceivably indicate 

detrital grains. Ramdohr (1958, p. 23) claims that in the Witwatersrand 

both arsenopyrite and cobaltite occur as definite "Gerolle", and 

therefore are of a detrital origin. 

If the host minerals of Co and Ni were introduced as detrital 

minerals, then it can be expected that their concentrations will vary 

sympathetically with that of Cr, P, Sn and Zr. In Table X correlation 

coefficients for these elements are listed. 

TABLE X 

ESTIMATED dORRELATION COEFFICIENTS OF CHALCOPlHLE ELEMENTS WITH 

THOSE PRESENT IN DETRITAL MINERALS 

Cr p Sn Ti Zr 

Co .77 I .16 .Bo -16 • 75 
.1% ZJfa .1%, .1% 1ct • Jc; 

Ni .87 .84 .80 .87 .85 
.1% 1% • lo/o .11) .1% 

Cu .29 .41 .65 .38 .29 
n.s. n.s. 1% n.s. n.s. 

Fe .68 .82 .52 • 75 .70 
10% 1% 5% .1% .1% 

• 
Pb .52 .59 • 77 .52 .5-1 

5% l 51(, .1% l 5%, 51~ 
' 

The estimated correlation coefficients of Ni and Co with the elements 

present in the detrital minerals are highly significant, and indicate 

that they could also have been introduced in detrital minerals. 

The small amount of cobaltite and linnaeite which appear to be of 

hydrothermal origin are either present in such small concentrations that 

/they •••••••• 
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they have a very slight effect on the correlation coefficient, Qr 

they show the effects of a limited hydrothermalredistribution. 

It has been claimed by Davidson (1962, p. 1;9) that there 

is good evidence in the Dominion Reef that hydrothermal metallization 

has been super-imposed on a suite of heavy detrital minerals. 

If Ni and Co is regarded as belonging to this hydrothermal mineralization, 

then a process which caused the preferential deposition of Ni- and Co­

minerals in sediments rich in heavy detrital minerals must have been 

in operation. Such a process could have been controlled by the 

texture or the chemistry of the rocks. This possibility will be 

discussed later on. 

The mode of occurrence of the copper minerals are in accordance 

with a hydrothermal origin, or hydrothermal redistribution. The 

estimated correlation coefficients with Cr, P, Ti and Zr (Table X) 

are rather low, and for the suite of samples studied, they are not 

significant • .An unexpectedly high estimated correlation coefficient 

of Cu with Sn wa~ however, found, and this is significant at the 1% 
level. 

The association of cassiterite with chalcopyrite in high­

temperature hydrothermal veins is well known. Tb.is association may 

be maintained after a cycle of weathering in different ways: 

( i) Both minerals could have been deposited as detrital 

minerals although it is hardly conceivable that copper minerals as 

we know them would survive a detrital cycle. As the typical form of the 

copper minerals as they appear today is not that of a detrital mineral, 

a further assumption has to be made namely that they were reconstituted 

by hydrothermal action which caused only a limited redistribution, 

or by plastic flow (Liebenberg, 1955, p. 203). 
(ii) Du.ring the normal cycle of weathering Cu goes into ionic 

solution, whereas cassiterite remains in the detritus. Both elements 

may be transported by water; the Cu in solution, and the cassiterite 

mechanically. Finally the cassiterite may be deposited as a detrital 

heavy mineral, and Cu may be precipitated in sapropelic mud, or trapped 

in associated hydrolyzate sediments, from which it is later redistributed 

by hydrothermal action or lateral secretion. That this process can 

cause a high degree of correlation of Cu with Sn will be difficult to 

/p~ove •••••• 
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prove, particularly as the correlation of copper with the ~ther detrital 

minerals is of such a low magnitude. 

That the concentration of Cu in the Dominion Reef is connected 

in one way or another with the concentration of Sn and U seems highly 

probable, but the exact nature of the mechanism must remain conjectural, 

until more evidence is obtained. If a portion of the Cu as well as the Sn 

and U are of detrital origin this relationship would be explained. 

The correlation of Fe with the elements present in the 

detrital minerals is partly due to the presence of a portion of the Fe 

in leucoxene,ilmenite and chromite. Using the theoretical Fe: Ti and 

Fe: Cr ratios of ilmenite and chromite, a correction was made in the 

Fe values, and a new correlation coefficient was calculated for Ti 

and that portion of the Fe not present in leucoxene, ilmenite and chromite. 

The value so found i.s 0 .58. Al though this value is considerably 

lower than the value obtained with uncorrected Fe values, it is still 

significant at the 1% level. This residual correlation is ascribed 

to the type of pyrite known as buckshot pyrite, which was found to be 

associated with the heavy minerals. The fact that the estimated 

correlation coefficients with the detrital minerals is fairly low is 

thought to be due to the presence of a considerable amount of large 

irregular pyrite grains which could be of hydrothermal origin in many 

of the samples studied. 

The major portion of the Pb is probably of radiogenic origin. 

The distribution of the Pb through the samples clearly is in conformity 

with the distribution of U, and elements which have a high 

correlation with Pb also have a similar or higher correlation with 

U. The problem of interpreting the significant correlations of 

certain elements with Pb and U can therefore be regarded as 

identical, and will be considered in the next section. 

(d) Uranium and thorium 

As shown previously (p. 26), the elements present in different 

detrital minerals may show high correlations. In addition,elements 

which are of hydrothermal origin, and belong to the same mineralization, 

may also show significant correlations. Thus Bieler et al. (1960, p.363) 

-in their study of 50 samples of uranium-bearing veins of "siliceous 

Ptt in the Boulder Batholith, Montana, found that the elements 

/Fe, As, •••• 
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Fe, .As, Co, Mo, and Pb had correlations with U which were signi­

ficant at the 1i level, and Ba, Cu and Ni had correlations with U 

at the 5% level of significance. 

A test may therefore be conducted to indicate the origin 

of U and Th by ascertaining whether they show higher correlations 

with the elements present in detrital minerals or with the elements 

present in minerals appearing to be of hydrothermal origin. 

In Table XI the estimated correlation coefficients of U 

and Th with the elements present in detri tal minerals and the chalco­

phile elements are listed. 

TABLE XI 

ESTIMATEl) CORRELATION COEFFICIENTS OF U AND Th WITH ELE ENTS OF 

pETRITAL MINERALS .AND AJ,$0 WITB CRALCOPHILE ELEMENIB 

Cr p Sn Ti Zr Co Ni Cu Fe 

u • 70 .73 .85 .65 .66 .87 .88 .47 .51 
.1% 1% .1% 1% 1% .1% .1% 5% 5% 

Th 
,89 .90 .74 .91 .87 .88 .95 .,38 .56 
,1% .1% .1% .1% .1% .1% .1% lo% ~ 

! 

The highest estimated correlation coefficients are shown with 

those elements present in the detrital minerals, and also with Co and 

Ni, which have previously been shown to follow the detrital minerals 

closely. With Cu and Fe, which are present in minerals partly 

showing the effects of a hydrothermal origin or redistribution, the 

correlation is much lower, and significant only at the 2 to 10% levels. 

Even this low degree of correlation must be ascribed to the low degree 

of correlation of Fe and Cu with the detrital minerals, rather than 

to a genetic relationship with U and Th. 

The geochemical evidence is therefore overwhelmingly in favour 

of a genetic relationship of uranium and thorium with the detrital minerals. 

(e) Gold 

.As shown in TableVIIthe estimated correlation coefficients of 

Au with the other elements are not significant, with the exception 

of Sn. For the pair Au and Sn an estimated correlation coefficient 

of 0.64 was found, which is significant at the 5% level. 

/Many ••••• 
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Many previous workers commented on the sympathetic relationship 

of Au and U in the Witwatersrand and lk>minion Reef.~ore. 

Thus Simpson (1951, p.131)points out that: "From the assay of some half 

a million samples covering the whole Witwatersrand System, it has been 

established that a relationship exists between the occurence of Au 

and U in these sediments". 

"This relationship is quite close in some areas, but in others 

becomes more erratic. In all cases the more persistent element 

is U, and this is subjected to fluctuations in content which tend 

to take place sympathetically with variations in Au content"• 

The statement by Liebenberg (1955, p. 215) which is based on 

data which was already published in 1948, confirms the contention of 

Simpson quoted above. However, Li~benberg is careful to point out that 

"exceptions to these statements are relatively common". 

It may well be that the Dominion Reef, which is well known for 

its erratic Au mineralization, is one of the areas whe~e this 

sympathetic relationship of Au and U is not well developed. 

If the correlation of Au with U is weak, then it may not be 

detected as a significant correlation by only 12 samples (Table VII). 

Forthis reason correlation coefficients were also calculated for the 

data given by Malan (1959, Pl.ate 2), and found to be 0.49, with a 

significance at the 0.1% level. These data therefore confirm the 

relatively low correlation of Au and U in the Dominion Reef, 

and enough values were available to show that this relationship is 

highly significant. 

(f) The be&rlng of rock texture on mineralization 

Since the original contribution by Reineke in which he convincing­

ly demonstrated an increase in the average Au content as the average 

diameter of the larger pebbles increases in ores obtained from Govern-

ment Areas (Reineke, 1928, p. 103),many writers have made statements 

on the bearing of ore texture on mineralization i~ the Witwatersrand. 

Malan (1960 p. 59) has also claimed that higher Au values are found 

in the coarser-grained conglomerates of the Lower Dominion Reef. 

In many cases the evidence for these statements are not presented in 

such a way that one can easily evaluate the intensity of the relation­

ship. 

/rr!he • • • • • 
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The bearing of rock texture on gold values has been used 

by placerists as evidence of a sedimentary control, and consequently 

as an argument in favour of a detrital origin. The hydrothermalists 

on the other hand maintain that the texture is obviously related to the 

original permeability of the rocks, which would then form favourable 

loci for the deposition of hydrothermal minerals, and, incidentally 

also explains the association of ore minerals with detrital heavy 

mineral grains. Thus, Davidson ( 19 fJ'r, p. 682) argues: "That de;tri-tal 

chromite and zircon should be found in the same parts of a reef as 

gold and uraninite, is not at all contrary to hydrothermal ideas for 

it is precisely these heavy minerals in more than ordinary concentration 

which would mark zones of scour possessing more than ordinary permeability". 

If the high degree of correlation of U with heavy minerals 

should be due to a textural control, a close correlation of the heavy 

minerals with texture, and also U tenor with texture is to be 

expected. The same applies to Co and Ni. 

Correlations were accordingly calculated for maximum pebble size 

and pebble content on the one hand with tenors of u, Au, Cu, 

Co and Cr on the other hand. The pebble data are listed in 

Table XII, and the estimated coefficients of correlation in Table XIII. 

The values listed in the same horizontal line as percentage pebbles 

are estimates of the product-moment correlation coefficient, and were 

calculated according to the formula on page 22. The values listed 

in the same horizontal line as maximum pebble size are estimates of 

Spearman's rank correlation coefficient, calculated according to the 

formula: 
61: d2 

R = 1 -
n(n2-1) 

where d is the difference in ranks assigned to the pebble data corres­

ponding to increasing sizes, and to element contents corresponding to 

increasing amounts (Snedecor, 1961, p. 191). 
It is evident that all the estimated correlation coefficients 

of element content with maximum pebble size are negative. However, due to 

the small number of samples used the estimated correlation coefficients 

are significant only in the cases of Au at the 1% level, and Cr at the 

5% level, both in the Upper Reef. The indications are therefore that 

/in the ••••• 
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TABLE XII 

MAXIMUM SIZE .AND PERCENTAGE OF PEBBLES IN CONGLOMERATES FROM 

THE UPPER .AND LOWER DOMilHON REEF 

Upper Reef 

Sample No. Percentage pebbles, Maximum size pebble 
to nearest 5% observed 

l(a) 5 2 mm, 

(b) 50 30 
2 15 20 
6 50 18 

10 60 30 
15 15 28 
16 50 25 

Lower Reef 

3 35 25 mm. 

4 50 45 
5 50 30 

7 80 40 
8 50 35 

9 70 45 
11 30 12 
12 70 37 
17 45 40 
18 70 45 
20 65 65 
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TABLE XIII 

ESTIMATED CORRELATION COEFFICIENTS OF U,Au, Cu, Coz AND Cr 

CONTENTS WITH MAXIMUM PEBBLE SIZE .AND PERCENTAG~ 

PEBBLES IN DIFFERENT SAMPLES 

Upper Reef 

u Au Cu Co Cr 

Maximum Pebble -.54 -.89 -.07 -.54 -.75 
size n:7; n .s. n:7; 1% n:7s n.s. n:7 ;n .E n:1; 5% , 

- .. 81 -.64 -.51 -.84 -.84 
% Pebbles n:7; 5% n:5t n.s. n:7;n.s. n:7;2% n:7; '2:1/o 

Lower Reef 

u Au Cu Co Cr 

-.06 -.25 -.15 -.32 -.08 

Maximum Pebble 
size n:11; n.s. n:11; n.s. n:ll;n.s n:7;n.s. n:lO;n.s. 

'fo Pebbles -. 37 .06 0.44 -.12 -.44 
n:11:; n.s. I n:5: n.s. n:11 m.s. n~7: 10% n:lO~n.s. 
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in the Upper Reef, the relationship of gold tenor with maximum size 

of pebble is the opposite to that found by Reineke (1928, p. 103) for 

ores from Government .Areas. 

Most of the estimated correlation coefficients of pebble con-

tent with element content are negative. Exceptions are Au and Cu in 

the Lower Reef, for which the values obtained are not significant. 

In the Upper Reef values were found which are significant for U at 

the 5% level, and for Co and Cr on the 2!1/o level. In the Lower Reef 

only one significant value was obtained, viz. that for Co on the 10{ 

level. The indications are therefore that there is a weak negative 

correlation of element tenor with pebble content. 

One possible reason for this negative correlation is that it 

may be due to a dilution effect by the pebbles. The ore minerals are 

present only in the matrix and if the amount of ore minerals in the 

matrix vary only between fair!y close limits, the tenor of ore minerals 

will have a negative correlation with pebble content. It is possible 

to test for this possiliilityby recalculation of the percentages of 

the elements in terms of the matrixj and by using these figures to 

calculate new correlations. The results obtained in this way were 

close to those of Table XII, and indicate that the dilution effect of 

the pebbles is relatively unimportant. 

The proponents of the hydrothermal theory generally assume 

increasing mineralization with increasing permeability. .Af.:J argued 

by Graton (1930, p. 50) the permeability can be expected to increase 

with pebble size, and also with the amount of pebbles. On the basis 

of this theory the correlation coefficients of hydrothermally introduced 

elements with pebble size and pebble content can be expected to be 

positive. In the Dominion Reef this is not the case, and the relation­

ship of rock texture with mineral content does not Yindicate the 

hydrothermal theory. 

V. GENERAL DISCUSSION OF EL:EMENT RELATIONSHIPS 

The overall picture emerging from this study of the relation­

ship between elements in the Dominion Reef is one indicating a control 

by sedimentary processes of concentration. High degrees of correlation 

exist between elements present in detrital minerals and u, Th, Ni, 

and Co. Precisely those elements which appear to be of hydrothermal 

/origin ••••• 
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origin, or are present in minerals which could have been hydro­

thermally redistributed, viz. Au and Cu, have estimated correlation 

coefficients with each other as well as with the elements of detrital 

origin which are not significant, or have a low significance on the 5% 

or 10%, levels only. The only exception, viz. the pair Cu and Sn which 

have an estimated coefficient of correlation which is significant on the 

1% level, has already been discussed. 

The theory that Co and Ni are of hydrothermal origin and that 

their high degree of correlation with the elements present in detrital 

minerals is the result of a textural control could not be vindicated. The 

same ia true of Davidson's theory (1964, p.175) that the lX>minion Reef 

uraninite was derived from andesitic and rhyolitic lavas and tuffs, 

which rapidly released uranium to groundwater on devitrification, 

and that the groundwater deposited uraninite in the Upper and Lower 

Reefs in close proximity to the detrital minerals. 

The detrital theory as advocated by Liebenberg (1955, p. 167) 

and Ramdohr (1958, p. 46) is strongly supported by the geochemical 

evidence. The claims made by Liebenberg (1955, p. 215 ) viz. that 

a sympathetic relationship exists between uraninite, gold and heavy 

detrital minerals, were confirmed, and it was established that a sympathe­

tic variation obtains also for many other element pairs in the Dominion 

Reefs Mine. 

One of the more important conclusions to be drawn from the 

pattern of element distribution is that, at the time of deposition of 

the Dominion Reef, the exogenic geochemical cycles of the elements 

Co, Ni, u, and to a lesser extent Cu and Fe differed from the cycles of 

today in that larger proportions went into the resistates. 

Several students of ore genesis have found geochemical patterns 

of element distribution for Precambrian rocks which differ from those 

of today. The most recent are Lepp et al.(1964, p. 1025), who studied 

Precambrian iron formations. They postulated an oxygen deficient 

atmosphere in order to explain the dift"erences between the Precambrian 

and younger iron formations. However, Davidson (1964, p. 1025) 

is of1:he opinion that to postulate different conditions in Precambrian 

times from those of today is to violate the doctrine of uniformitarianism. 

Such a departure from the doctrine of uniformitarianism must 

be viewed with caution. However, a too rigid adherence to a doctrine 

/may ••••• 
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may easily lead its followers astray. It cannot be denied for instance 

that the advent of the antroposphere caused changes in the exogenic 

cycles of many elements which are of such a magnitude that the eluci­

dation of pre-antroposphereconditions may prove extremely difficult 

in some cases. Examples that can be cited are the changes in 

the composition of the water of the main rivers since intensified 

agricultural and industrial activities commenced all over the world • 

.Another event that must have had far reaching effects on the geochemical 

cycles of many elements was the advent of land flora, which must have 

produced rrarked changes in 

(i) the zone of weathering, 

and 

(ii) in the terrestrial waters. 

(i) The 9ffect of land flora on the zone of weathering 

The major mechanical influence of the land flora would be the 

protection of tha soil cover from rapid erosion over large portions of 

the globe, with the consequence that the underlying rocks would be 

ex:posed to air and moisture for much longer times. Prolonged reaction 

times would increase the importance of hydration, hydrolysis, oxidation 

and reduction, carbonation and solution, 

The introduction of organic material initiated biological 

activity of plants and micro-organisms in the soil. The pH values in 

the soil would be changed by the oxidation of organic material to 

organic acids, by the production of CO2 and by oxidizing sulphur. 

(ii) The effect of land flora on terrestrial waters 

The two major changes brough about by land-flora on the composi­

tion of water in rivers and streams would be the increase in the amount 

of dissolved salts, and the lowering of the pH. 

From the above it is clear that the overall effect of a land 

flora would be to increase the amount of chemical weathering and to 

decrease the amount of mechanical weathering. In the exogenic cycles 

of the elements, the resistates would have played a much more dominant 

role before the advent of a land f1ora than under present conditions; 

a conclusion which agrees with the pattern of element distribution in 

the Dominion Reef. 

/The ..... . 
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The absence of a land flora during Dominion Reef times may 

not have been the only cause for the relative impo~tance of 

mechanical weathering. One or more other causes may have contributed. 

The survival of uraninite as a detrital mineral was ascribed for 

instance to a non-oxidizing atmosphere by Liebenberg (1955, p. 173) 

and also by Louw (1954, p. 226), to a process of glacial erosion by 

Wiebols (1955, p. 368), to the absence of land flora by Bain (1955, 

p.239), and by Ramdohr (1958, p. 43) to refractoriness of uraninite 

due to its young age. .Arguments against these theories were 

submitted by Davidson (1957, p. 673 - 677). 

Davidson mentions the existence of beds of ferric iron ore in 

the Witwatersrand as evidence against a possible non-oxidizing atmosphere. 

He argues that the typical oligomictic nature of the auriferous conglo­

merates of the Witwatersrand System is evidence against a possible 

glacial origin. He points out that the uraninite could not have been 

very young when it was deposited. The arguments for and against these 

theories are largely of a speculative nature, and need not be considered 

here in detail. 

It is of interest however, that a thorough geochemical study 

of Precambrian iron formations led Lepp et al. (1964, p. 1025) to 

the conclusion that the Precambrian atmosphere lacked, or was markedly 

deficient in free oxygen. They are of the opinion that the critical 

level of free oxygen in the atmosphere which permitted a marked 

accelaration in plant growth and an accretion of oxygen was attained 

only in Late Precambrian times, at least 1,200 million years ago. 

rt would appear therefore that the presence of beds of ferric 

iron ore in the Witwatersrand cannot be regarded as evidence for 

an oxidi.zing atmosphere during the time of their formation. It may 

be advanced for a theory that low relief existed at the time of their 

formation, allowing chemical weathering to take place, whereas a fairly 

high relief during Upper Witwatersrand times would cause the accumula­

tion of great thicknesses of quartzite and layers of conglomerate • 

.Amongst the arguments forwarded by Davidson against a possible detrital 

origin for Witwatersrand, Dominion Reef and Blind River uraninite, the 

one most often repeated is that uraninite does not survive as a 

detrital mineral (Davidson, 1953, p. 73 and 1957, p. 670). 

/Davidson ••••• 
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Davidson mentions a number of occurrences of modern placers in 

which uraninite is absent, and in which the radio-active minerals 

present are richer in Th than U, resulting in Th:U ratios of the 

order of 10:1, whereas in the Witwatersrand and Dominion Reef the 

tenor of U is usually greater than that of Th. 

In intermediary igneous rocks the Th:U ratio is 4.0, and in 

acidic igneous rooks it is 3.4 (Rankama and Sahama, p. 634). The 

usual mode of occurrence of uranium is in association with Zr and 

Th in zircon, or associated with Th and rare earths in thorite, 

thorianite, monazite, xenotime, allanite, etc. The survival of 

these minerals in the resistates will of course result in Th: U 

ratios in the placers which are of the same order as that of the 

igneous rocks from which they were derived. In most of the examples 

quoted by Davidson the non-occurrence of uraninite in the placers 

oan simply be ascribed to the absence of uraninite in the source rooks, 

and the high Th:U ratios in the placers to the high Th:U ratios in 

the resistates derived from the source rocks. However, in some 

instances Davidson mentioned the presence of uraninite in the source 

rocks (e.g. in Idaho), and even in this environment it is absent from 

the alluvial assemblages. Such examples illustrate the tendency 

ot uraninite to become oxidized on exposure to weathering, with the 

result that alteration products are easily formed. The hardness of 

uraninite is also decreased on oxidation with the result that it 

becomes more prone to mechanical diminution. 

The environment in which thorian uraninite occurs in sands 

of the Indus River, Pakistan (Zeschke, 1960, p. 87), comply with 

the conditions under which mechanical weathering will be more severe 

than chemical weathering. It is situated in an area of high relief, 

and the water in which uraninite was transported is nearly neutral. 

Amongst the heavy minerals associated with the uraninite, arsenopyrite, 

pyrargyrite, pyrite, chaloopyrite and other sulphides are recorded, 

all of them species which-will appear in the resistates only under the 

somewhat special conditions where chemical weathering is at a minimum. 

The arguments submitted by Davidson against the survival of 

uraninite in placers under modern conditions, and also his demonstration 

that it usually does not occur in modern placers are of value in 

/explaining •••••• 



Digitised by the Department of Library Services in support of open access to information, University of Pretoria, 2022

42 

explaining several phenomena. 

(i) The Dominion Reef and Witwatersrand assemblages, 

if they are of detrital origin, could not have been derived from 

normal unmineralized rocks. It is necessary to assume, as 

Davidson does ( 1961, p. 48) that "South African gold.fields form 

a metallogenetic province rich in Au and u, with an overall content 

of these elements much in excess of their clarkes". However, 

it is here postulated that the first manifestation of the metallo­

genisis occurred about 3,100 million years ago (Nicolaysen et al. 

1962, p.17) before the Dominion Reef sediments were deposited, and 

not during the "Bushveld Orogenesis" about 2,000 million years 

ago, as claimed by Davidson. This mineralization was possibly 

conneoted with the Archaean granite known to be present in the 

central Transvaal, and could have been in the fonn of pegmatites, 

and high temperature veins. 

(ii) In order to explain the survival of uraninite as a 

detrital mineral, attention must be paid to the conditions in the 

zone of weathering, in the streams in which it was transported, 

and the environment in which it was deposited. 

(a) In the zone of weathering a high rate of mechanical 

weathering, and the absence or a low rate of chemical weathering 

will release uraninite from its source rocks before it is 

chemically reconstituted to material which does not urvive 

as resistates. The possible environment under which such 

conditions will obtain is one where land plants are absent, 

where relief is high, where glacial action may contribute to 

weathering and where the atmosphere is non-oxidizing. It is 

considered that such conditions obtained when the uraniferous 

conglomerates of the Dominion Reef and Witwatersrand were 

deposited. 

(b) During sedimentary transport and deposition a low 
rate of chemical decomposition can be obtained by 

(i) neutral terrestrial water, which may be due to 

the absence of a land flora, 

(ii) low temperatures which may prevail on the 

highest regions of an area of high relief, and 

/(iii) brief ••• 
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(iii) brief reaction times which may be due to relatively 

rapid transport under conditions of high relief. The grain 

sizes of most of the heavy minerals occurring in the Dominion 

Reef are so small that even extensive mechanical aotion would 

be insufficient to cause a further diminution in size. Severe 

mechanical weathering would thus not have been able to cause 

the elimination of uraninite and the other associated heavy 

minerals. 

(c) In the environment in which it was deposited 

the absence of oxidizing conditions is essential for the 

survival of uraninite. If the detrital theory is correct in 

assigning a placer origin to the sulphides, such as pyrite, 

cobaltite and arsenopyrite, oxidizing conditions would have 

caused the formation of sulphuric acid, and the dissolution 

of uraninite. That oxidizing conditions did not prevail is 

indicated by the presence of mainly ferrous iron, and the 

presence of carbonaceous material in the Witwatersrand may 

even be cited as evidence for sapropelic oonditions. Such 

reducing conditions may exist in sediments even though the 

atmosphere is oxygen rich. Many such cases exist at the present 

day. 

(d) According to the detrital theory, gold, and 

probably some other minerals, were redistributed by hydro­

thermal action after the lithification of the sediments. 

According to Davidson (1955, p. 234) the survival of uraninite 

in an environment where gold, "the very paragon of chemical 

stability", was redistributed, is an anomaly that cannot be 

accepted. 

In the samples from the Dominion Reef most uraninite grains 

have been corroded. In the samples in which uranini te was best 

preserved (l(a), l(b) and 2) the uraninite tenor is rather high, 

and about 10% by volume of the uraninite was corroded. In 

these samples this 101{. is about 10 to 50 times more than the 

total amount of gold present. 

Under certain conditions, for instance in the presence 

of chloride and heavy metal base ions, gold is not so difficult 

to corrode. 

/according ••• 
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According to Thompson ( 1947, p. 46) "there is no scientific 

reason for dissociating the idea of corrosion of a noble metal from 

that of a base one, since the terms are purely relative. The term 

"noble" applies only under the normal atmospheric conditions and in 

solutions which happen to be somewhat less cathodic (or "cathogenic") 

than gold ions themselves. In cyanide solutions of sufficient strength, 

gold functions more "basely" than iron •••• " The corrosion of uraninite 

at a rate which does not greatly exceed the corrosion rate of gold 

could thus easily be possible under certain conditions. 

From a study of the Dominion Reef samples the impression 

was gained that in tho3e samples which have a low uraninite content 

the uraninite grains were extensively corroded, whereas in samples 

having a high tenor of uraninite, the mineral has been only slightly 

attacked. This relationship is unfortunately refractory to statistical 

treatment, as a satisfactory quantitative and objective measure of 

the degree of corrosion could not be devised. However, if this 

relationship does exist, it can be regarded as an indication that in 

samples rich in uraninite the corrosion reaction was arrested when 

only a small percentage of the uraninite was taken into solution, 

whereas in the case of the gold it was probably nottenninated before 

most of the gold was taken into solution and deposited at some small 

distance from its original locality. This condition could have 

obtained if only a small amount of solvent was present, and if the 

movement of this solvent was restricted to a small area, of the order 

of millimeters only. 'Illus in the vicinity of the uraninite grains 

the amount of solvent could have been so small that it was able to 

dissolve only a small percentage of the uraninite before becoming 

saturated. The amount of gold on the other hand could have been so 

small that all of it could have been taken into solution. 

This argument will be more convincing if it can be shown that 

the movement of solvents through the Dominion Reef samples was 

actually restricted at the time when corrosion took place. Evidence 

which may be cited in support of this argument is the following: 

(a) In general the alteration products of corroded uraninite 

are to be observed in close proximity to the grains from which they were 

derived. 

/(b) According ••••• 
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(b) According to Davidson (1957, p. 686) the results of 

isotopic analysis of two portions of a sample of galena from Sub-

Nigel which were beneficiated to different degrees, yielded different 

results. Davidson continues: " ••• and one cannot avoid the surprising 

conclusion that this fractionating must be attributable to the differing 

amounts of physical beneficiation that the samples have received. It 

follows that the discrete particles of galena present in the reef at 

any one locality may vary considerably in isotopic composition, and as 

a corrollary to this conclusion one must accept that in the reworking 

of the ores the movement of the metals has been restricted to a limited 

radius (perhaps no more than a centimeter or two) without general diffusion 

throughout the reef as a wholeh. It must be pointed out that the 

conclusion above does not pertain to the Dominion Reef. However, as 

far as the distribution of galena is concerned the Sub-Nigel and 

Dominion Reef ores are very similar. That the redistribution of galena 

took place at the same time that uraninite was corroded also remains 

unproved, but it may be considered probable. 

The arguments above have shown that uraninite may survive 

as a detrital mineral, and in Dominion Reef times probably did survive. 

CONCLUSJONS 

(1) The elements present in the u.raniferous conglomerates of 

the Dominion Reefs Mine in undoubtedly detrital minerals have a 

high degree of correlation with each other. 

(2) The elements Co and Ni, which are present in sulphides, the 

microscopic size and form of which correspond to that of detrital 

minerals also have high degrees of correlation with the elements of 

the detrital minerals. All the evidence therefore points to a 

detrital origin for the major Co and Ni minerals in the Dominion Reef. 

(3) The elements Cu and Au, which show signs of hydrothermal 

redistribution.have low degrees of correlation with the elements from 

detrital minerals as well as with the chalcophile elements. 

(4) U has a high. degree of correlation with the elements 

present in the detrital minerals, and therefore also appears to be 

of detrital origin. 

(5) Uranium ••••••• 
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(5) Uranium and gold have a low degree of correlation, which was 

however found to be highly significant. This is the pattern to 

be expected if gold is also of detrital origin, but was redistributed 

to a limited extent. 

(6) No ~ndication could be found for Davidson's polygenetic theory, 

viz. that uraninite has a groundwater origin, gold and sulphides 

a hydrothermal origin, a1d chromite, zircon, etc. a detrital origin. 

(7) The pattern of element distribution indicates that the 

exogenic cycle in Dominion Reef times differed from that of today 

in that the resistates of uranium, copper, cobalt, nickel, and iron 

played a more dominant role. It is considered that a set of conditions 

under which mechanical weathering is more pronounced than today, and 

chemical weathering less pronounced is necessary to explain this 

phenomenon. 
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